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High  resolution  photoelectron  spectroscopy  is  recognized  to be  a very  powerful  approach  to  study  surface
and bulk  electronic  structures  of  various  solids  by  employing  different  photon  energies  (h�).  In particular,
angle  resolved  photoelectron  spectroscopy  (ARPES)  has  progressed  dramatically  in the last  few decades
providing  useful  information  on  Fermi  surface  (FS)  topology  and  band  dispersions.

The  information  of the  electron  spin  is  often  decisive  to  fully  understand  the  electronic  properties
of many  material  classes.  However,  spin-resolved  studies  by  photoelectron  spectroscopy  were  strongly
hindered  by  the  low  detection  efficiency  of  spin  detectors.  In  the case  of  surface  electronic  structures,
possible  surface  degradation  with  time  is a serious  problem  to discuss  intrinsic  electronic  effects.  There-
fore  rather  fast and  high  efficiency  detection  is  required  in  the  case  of  surface  sensitive  spin-resolved
ARPES.

Two-dimensional  (2D)  detection  is  nowadays  widely  employed  in ARPES.  In the  use of  a  conventional
hemispherical  deflection  analyzer  (HDA),  one  direction  on the  2D  detector  corresponds  to  the binding
energy  EB and  the other  direction  to the  emission  angle.  The  novel  concept  of  momentum  microscopy,
however,  directly  provides  2D  (kx,ky) maps  of the  photoemission  intensities.  The  reciprocal  space  image
directly  represents  the cross  section  through  the  valence  band  structure  of  the sample  at a selected

energy.  By  scanning  EB, very  high  resolution  three-dimensional  EB(kx,ky)  maps  of  the  band-dispersion
can  be  obtained  with high  efficiency.

If combined  with  a 2D  imaging  spin  filter,  based  on  electron  reflection  at  a Au/Ir(0  0  1)  surface,  spin
detection  efficiency  with  orders of  magnitude  higher  than  other  spin  detectors  is  realized,  opening  a
breakthrough  in  spin-resolved  ARPES  (SP-ARPES).
. Introduction

Photoelectron spectroscopy (PES) is nowadays recognized to
e a very powerful tool to study detailed electronic structures of
arious materials, which attract wide interest in both fundamen-
al science and application [1–3]. The bulk sensitivity is, however,

uch less (or probing-depth is much shorter) than photon
pectroscopy techniques such as photo-absorption, -reflectance,

luminescence, or resonance inelastic (soft- or hard-) X-ray scatter-
ng. The merit of PES is the freedom to select the excitation photon
nergy (h�) in a wide region from a few eV up to thousands of eV for
xciting some particular electronic states. This freedom provides its
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unique capability to probe or disentangle the contributions of the
complex bulk and surface electronic components. Since the photon
has a well defined wave-vector q, energy h�, as well as polarization,
it is relatively easy to derive useful information on the initial elec-
tronic states owing to the energy- and momentum-conservation
rules and optical selection rules. Angle-resolved photoelectron
spectroscopy (ARPES) has become a standard methodology to study
band structures in solids, revealing their dispersions in the momen-
tum space. Since the detection efficiency of ARPES is much lower
than that of angle-averaged photoelectron spectroscopy, ARPES
in a wide momentum (k) region with high resolutions in both
energy and momentum spaces is not easy, particularly in the cases
of reactive surfaces. In order to overcome this difficulty, simulta-
neous two-dimensional (2D) momentum (k) mapping depending

on the binding energy in the form of EB(kx,ky) was developed in
recent years. The concept of this novel technique, called momen-
tum microscopy, corresponding instruments and some examples
are described later in Section 7.
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The spin of the electron is in many cases decisive to fully under-
tand the origin of individual electronic structures in solids. The
etection efficiency of the photoelectron spin, however, has been
ery low for decades because of the low figure of merit f0 in the
ange up to 10−4 of the spin detector [4] such as the widely used
ott detector [5]. Though f0 was noticeably improved in the case

f the W(0  0 1)-SPLEED detector [6], still the low spin detection
fficiency hindered detailed studies of spin-resolved ARPES (SP-
RPES). Very recently the development of the Fe(0 0 1)-p(1 × 1) O
LEED detector [7] could improve f0 by two orders of magnitude up

o ∼10−2. These spin detectors are called single-channel spin detec-
ors, by which only the spin at one energy and at one (kx,ky) point
an be detected before changing (kx,ky), for example, by rotating the
ample. One can call this zero-dimensional (0D) measurement and
uch a spin detection as zero-dimensional 0D-spin detection. The
ecent development of imaging spin filters allowed simultaneous
pin detection at all (kx,ky) covered by a 2D detector, providing the
nformation on spin-polarization Ps(EB(kx,ky)) at a certain EB [8].
hen this technique is called 2D-spin detection. One can obtain the
ull 2D-SP-ARPES with much higher efficiency than the preceding
D-SP-ARPES technique as explained in Section 8.

ARPES and SP-ARPES are of course partially possible by use
f conventional ARPES instruments with 2D detectors and 0D
pin detection instruments, respectively, in a limited EB range or
imited (kx,ky) region. However, numbers of data points as well as
he energy- and momentum-resolution are limited because of the
ow detection efficiency. Therefore complete 2D band dispersions
B(kx,ky) and spin polarization maps Ps(EB(kx,ky)) are very difficult
o obtain. Measurements of a well defined surface region with the
est sample quality is rather important for reliable discussion of the
lobal electronic structures. When the sample is rotated to cover a
ide (kx,ky) region, the area under the incident light illumination
ay  not be fixed and the photoelectrons from different areas on the

ample surface will be detected. Moreover the intensity normaliza-
ion at all (kx,ky) becomes less accurate because the EB dependence
f the intensity at each (kx,ky) is recorded at different channels of
he 2D detector of the conventional ARPES as explained later in
ection 3 (Fig. 3).

Experimental 2D-ARPES and 2D-SP-ARPES, namely EB(kx,ky)
nd Ps(EB(kx,ky)) obtained with high enough resolutions in a wide
omentum space provide important information to be compared
ith detailed first principles band calculations and will stimulate

dvanced theoretical approaches. Spin polarization Ps(EB(kx,ky))
epending upon the polarization of the excitation light and also
he angle of incidence of the photon will provide detailed infor-

ation on individual electronic structures. Finally the prospect of
P-ARPES will be given in Section 9.

. Importance of soft X-ray photoelectron spectroscopy
ith increased bulk sensitivity

By use of synchrotron radiation from the bending magnet sec-
ion of electron storage rings, it became possible to compare
he photoelectron spectra measured at different h�. The utiliza-
ion of undulator radiation [9–11] from the straight section with

uch higher brightness than the bending magnet synchrotron
adiation greatly promoted the photoelectron spectroscopy. The
olarization-interchange of the undulator radiation is also available
o study dichroism of photoelectron emission intensity in ARPES.
he tunability of h� to the core absorption threshold energy enabled
ne to make resonance photoemission (RPES) studies. Resonance

hotoemission takes place when (1) the direct photoemission pro-
ess from a valence band (Fig. 1(a)) and (2) non-radiative direct
ecombination process of the core hole with leaving one hole in
he same valence band (Fig. 1(c)), just after the core level “resonant”
and Related Phenomena 200 (2015) 119–142

excitation (Fig. 1(b)), interfere with each other. Then a Fano type
resonance minimum below the core level excitation threshold h�
and a prominent resonance maximum at the threshold are often
induced. As a result some particular electronic component even
with only small spectral weight in the mixed valence band can be
enhanced by 2 to 3 orders of magnitude and become recognizable
under the resonance maximum condition.

As an example, the potential of the resonance soft X-ray photo-
emission was demonstrated in the case of Ce 4f states in CeRu2
compared with those in CeRu2Si2 [12]. It is known that CeRu2
is a strongly valence fluctuating Ce 4f system with the Kondo
temperature TK of the order of 1000 K and with the Sommerfeld
(or electronic specific heat) coefficient � ∼ 30 mJ/mol K2, whereas
CeRu2Si2 is a typical heavy fermion system with TK ∼ 20 K and
� ∼ 400 mJ/mol K2. Here TK represents the hybridization strength
between the 4f states and the conduction electron states. Fig. 1(d)
shows the Ce 4f spectra measured under the Ce 4d–4f resonance
(h� ∼ 120 eV) and Ce 3d–4f resonance (h� ∼ 880 eV) conditions.
Although the 4d–4f resonance spectra are rather similar to each
other in spite of the very different characters of the Ce 4f elec-
tronic states in these two typical materials, the 3d–4f resonance
spectra shows much different spectral shapes. Namely, CeRu2Si2
shows a sharp peak near the Fermi level (EF) with a broad tail to
EB ∼ 4 eV (not shown here). The noticeably different Ce 4f spectra
between CeRu2 and CeRu2Si2 in the 3d–4f resonance are consistent
with their bulk electronic properties. Although bulk-dominated Ce
4f spectra of Ce compounds with TK lower than 150 K (such as
CeRu2Ge2 with TK < 1 K, CeB6 with TK ∼ 3 K, CeRu2Si2 with TK ∼ 20 K,
CeNi with TK ∼ 150 K) can be well reproduced by the single impu-
rity Anderson model using the non-crossing approximation [3,13],
the bulk Ce 4f spectrum in CeRu2 is largely different from these
spectra. The broad bulk peak near EB ∼ 0.5 eV in CeRu2 may  be
most likely ascribed to the itinerant Ce 4f band structure [14]. It
is thus demonstrated that careful studies are required to extract
the bulk electronic components in photoelectron spectroscopy of
strongly correlated electron systems such as rare earth compounds
and some transition metal compounds.

Importance of the bulk sensitive photoelectron spectroscopy is
not only recognized in lanthanide compounds but also in several
transition metal compounds. For example, the metal-to-insulator
transition (MIT) in some transition metal oxides attracts rather
wide interest as for the origin of the MIT. The interplay among
the on-site Coulomb repulsive energy (U: correlation energy), band
width (W)  and lattice distortion effects must be taken into account
for proper understanding of the change of the electronic struc-
tures. Although U does not change much through the crystal up
to the surface, W becomes decreased on the surface because of
the reduced number of nearest neighbor atoms. Then the surface
electronic states become less itinerant than in the bulk. In addition
lattice distortion will induce additional effects in the case of some
materials.

For example, the clear difference of the electronic structure
between the bulk and surface is shown in Fig. 2 for the cases of
SrVO3, Sr0.5Ca0.5VO3 and CaVO3 [15] which are all metals. The
occupied V 3d electronic state is nominally in the 3d1 (V4+) con-
figuration. Photoelectron spectra measured at h� < 120 eV have
shown a relatively pronounced lower Hubbard band (LHB) near
EB ∼ 1.5–1.7 eV [16,17] compared with the quasi-particle (QP) com-
ponent near EF. They are also called incoherent part and coherent
part, respectively. The relatively enhanced intensity of LHB at
h� = 21.2 and 40.8 eV in all these three materials and in particular
in CaVO3 cannot be explained by theoretical band calculations and

disagrees also with the results of other bulk sensitive experiments.
For example transport and thermodynamic properties such as
resistivity, electronic specific heat coefficient � and paramagnetic
susceptibility do not change much in these materials, but low
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ig. 1. Resonance photoemission spectra of CeRu2Si2 and CeRu2 at the Ce 3d–4f an
imilar to each other, the Ce 3d–4f spectra are very different between two  material

� (21.2 eV) photoelectron spectra showed much different spec-
ral shapes depending upon the chemical composition. In addition,
he QP peak intensity relative to that of LHB is very weak in CaVO3
s if CaVO3 is very close to the Mott transition regime.

However, spectral shapes change a lot with h�, where the rel-
tive intensity between the QP and the LHB stays almost constant
mong these three materials at h� = 900 eV, though it becomes
rastically reduced with decreasing h� through h� = 275, 40.8 and
1.2 eV. In addition, the reduction is most prominent in CaVO3. It

s possible to derive the genuine bulk spectral component from
he two spectra at h� = 900 and 275 eV by employing the theo-
etically derived inelastic mean free path (corresponding to the

ffective attenuation length) of photoelectrons from the valence
and as �mp ∼ 17 Å and ∼7 Å  [18] at these h� and assuming the
hickness of the surface to be ∼7.5 Å (double V O V length). In
his case, the bulk spectral weight is estimated to be ∼64 (∼34)
d–4f absorption edges at ∼20 K. Although the Ce 4d–4f resonance spectra are very
cting their bulk electronic properties [12].

% in the experimental spectra obtained at h� = 900 (275) eV. Then
the bulk V 3d spectral weight can be derived near EF and it is con-
firmed to be almost equivalent among these three materials. It is
thus demonstrated as the photoelectron spectroscopy in a wide h�
region, ranging over ten or hundred times, is desirable to study
bulk electronic structures of strongly correlated electron systems
and discriminate the bulk and surface electronic structures. It is
also useful for many materials with surface reconstruction and
relaxation.

Even though photoelectron spectroscopy in a wide h� region
from a few eV up to a few keV on the same sample surface
might be immediately difficult, it is strongly recommended in

the case of strongly correlated materials to do the measure-
ment of valence bands at h� beyond several hundred eV for
discussing their bulk electronic structures in order to be free
from possible misunderstanding of bulk physics. Several soft X-ray
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Fig. 2. Valence band photoemission spectra of Sr1−xCaxVO3. The h� dependence of
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Fig. 3. Typical ARPES instrument by use of a hemispherical electron energy analyzer
and a 2D detector [23,24]. The photoexcited electron in solids has the wave vector k
of  kf|| = ki|| + G|| + q|| and kf⊥ = ki⊥ + G⊥ − q⊥ , where f and i stand for the final and initial
states and G for the reciprocal lattice vector. The q is the wave-vector of the photon.
Only k|| (parallel to the surface) is conserved on the escape of photoelectrons into
he  spectra at 20 K for x = 0, 0.5 and 1.0 are shown. For each x, the four spectra are

ormalized in the region of the LHB near EB = 1.5 eV. When bulk sensitivity increases
rom 21.2 to 900 eV, the spectra become rather similar for these three materials [15].

ndulator beam lines with (1) high brightness, (2) high resolution
nd high stability of h� and (3) tunability of undulator radia-
ion polarization are nowadays available in several synchrotron
adiation facilities all over the world. Soft X-ray photoelectron spec-
roscopy including ARPES [9,19–22] is essentially contributing to
he materials sciences of very many attractive materials under hot
iscussions.

. How is the progress of angle resolved photoelectron
pectroscopy

Angle resolved photoelectron spectroscopy (ARPES) is
xtremely useful to study the dispersions of complicated bands and
eveal the Fermi surface (FS) topology of metals. This technique,
rst applied to semiconductors and some metals in the h� region
elow ∼200 eV, was later extended to the soft X-ray (SX) region

n h� = 200–1000 eV in accordance with the improvement of the
erformance of undulator beam lines, photon-monochromators
nd electron analyzers [3,23]. Today, ARPES is a standard tech-
ique to study the electronic structure of various materials such
s high Tc superconductors, strongly correlated electron systems,
aterials with phase transitions and so on. By utilizing 2D detec-

ors, the detection efficiency is much improved in comparison
ith the single-channel detection. The most popular detection

ystem is a combination of a 2D detector with a hemispherical
eflection analyzer (HDA) as illustrated in Fig. 3 [24], where
imultaneous multi-channel detection is feasible to cover the
ide electron emission angle �|| along the slit direction covering

ens to hundreds of k|| points and the other direction of the 2D
etector corresponding to the different kinetic energy, or EB, of
hotoelectrons. Since the narrow width of the entrance slit of the
nalyzer limits the detection angle �⊥ perpendicular to the �||
irection, most photoelectrons outside the entrance slit are just
iscarded and the detection efficiency becomes much lower than
he angle integrated photoelectron spectroscopy. By rotating the
ample step by step around the direction parallel to the entrance

lit, a wide �⊥ region can be covered. Then 2D EB(kx,ky) can be
erived, in principle. But the step of �⊥ cannot be set to a very
mall value because of the low efficiency of detection within a
imited beam time in the synchrotron radiation laboratory and/or
the vacuum.

surface degradation. Therefore in most cases, SX-ARPES has been
performed near EF to study the Fermi surface topology and in
wide EB region to study characteristic band dispersions in high
symmetry kx,y planes.

We have so far performed SX-ARPES on such materials as (1)
1D antiferromagnetic insulator SrCuO2 [25], (2) metal-to-insulator
transition (MIT) system V6O13 [25], (3) low Tc triplet superconduc-
tor Sr2RuO4 and paramagnetic metal Sr2−xCaxRuO4 (x = 0.2) [26], (4)
high Tc superconductors La2−xSrxCuO4 [3] and Nd2−xCexCuO4 [27].
In all these cases the measurements were performed on cleaved
surfaces. Then, clearly different results from the low h� ARPES
are observed, confirming the importance of the bulk sensitive SX-
ARPES measurement.

One of the advantage of SX-ARPES is the ability to determine the
kz perpendicular to the cleaved single crystal surface with reason-
able resolution owing to the longer inelastic mean free path (�mp)
of the photoelectrons than the low h� ARPES. In the case of high h�
SX-ARPES, measurements in a high-symmetry EB(kx,y) plane can be
performed at different values of h�. Then a h� dependent periodicity
of band dispersions or the Fermi surface topology is often observed.
By assuming a free electron final state, the inner potential V0 as well
as h� dependence of kz can be accurately determined from these
oscillating behaviors owing to the increased �mp of the photoelec-
trons in high h� SX-ARPES. For a constant h�, kz changes quite a lot
as a function of k|| in the case of low h� ARPES, but the relative vari-
ation of kz becomes reduced in the case of SX-ARPES at high h�. This
is illustrated in Fig. 4 (case of V2O3 cleaved surface), where the inset
shows the cross section of the k space Brillouin zone (BZ) stacking
normal to the cleavage plane. The ordinate corresponds to the kz

and the abscissa corresponds to k||. It is noticed that kz decreases for
larger |k||| as shown by the arcs, since the probed states are located
on a sphere of constant |k| in the reciprocal space. The arc within
two radial straight lines corresponds to the k|| region to be cov-
ered by a long entrance slit (in this case ±6◦) [28]. In order to cover
the full BZ, h� must be tuned to several or many h� values. The h�
tunability by using synchrotron radiation excitation facilitates the

3D-ARPES if enough counting rate is realized against the reduced
photoionization cross sections and reasonable momentum resolu-
tion is realized for kz in addition to kx and ky as addressed again in
Section 7.1.
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Fig. 4. Angle-averaged (or -integrated) PES spectra of paramagnetic V2O3 obtained
at  175 K summing up the spectra measured from h� = 380 to 500 eV in 10 eV steps.
The dots show the spectrum at 700 eV. The inset shows a cross section of the BZ
in  the high temperature rhombohedral phase for stacking normal to the cleavage
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Fig. 5. h� dependent ARPES of heavy fermion system CeRu2Si2 measured at 20 K
along the (0,0)–(�/a, �/a) direction, providing partial information on 3D band dis-
persion. The kz for (a)–(c) are (4/13)(2�/c) at h� = 745 eV, (7/13)(2�/c) at h� = 760 eV
and (2�/c) at h� = 790 eV, respectively. More detailed kz dependence is shown in (f).
lane. The ordinate corresponds to kz . The dense arcs show the k-region covered by
he  detector angular acceptance (±6◦) for various h� between 380 and 500 eV [28].

Fig. 5(a)–(c) shows the band dispersions of a heavy fermion sys-
em CeRu2Si2 [29] along the (0,0)–(�,�) kx,y direction obtained at
ypical h�, where a clear dependence of the EB(k||) on kz (or h�) is
bserved. By measuring EB(kx,y) at many h�, kz ∼ 0 is found near
� = 725 eV. By rotating the single crystal sample, 2D band dis-
ersions EB(kx,ky) in the plane containing the � point and the X
oints are obtained. From these measurements, one obtains a 2D
ut through the FS in the central BZ, as shown in Fig. 4(e). By
epeating the measurement of EB(k||) along high symmetry k|| direc-
ions at many h�, one can evaluate the band dispersions EB(k||,kz),
rom which the FS topology in (k||,kz) can be evaluated as in
ig. 4(f).

Fig. 6 shows the ARPES results of a rather itinerant 5f
aramagnetic compound UB2 [30], which has two-dimensional
exagonal AlB2-type crystal structure. The results (a)–(c) at
� = 500 eV correspond roughly to the plane containing A–H–L axes
nd those (d)–(f) at 450 eV to the plane containing � –K–M axes,
here V0 ∼ 12 eV. Fig. 6(a) and (d) show the (k||x,k||y) FS topology
erived from the intensity in the EB region of EF ± 25 meV. The
hite solid lines in (a) and (d) show the FS contours derived from

and calculation. Good correspondence between experimental and
heoretical results are seen here. Along the H–A directions also
oticeable intensity is recognized in these FS pockets in (a). These
dditional features may  correspond to the intensity resulting from
he slightly shifted kz band component (up to 0.06–0.10 Å−1), which
ecomes observable by the finite inelastic mean free path of pho-
oelectrons (10–15 Å). Band dispersions along high symmetry lines
re shown in (b) and (c) and (e) and (f) by taking the second energy
erivatives. Calculated band dispersions are shown by red lines for
omparison. The clear kz dependence of the band dispersions sug-
ests the general feasibility of the 3D EB(kx,ky,kz) measurements by
X-ARPES. If the 2D EB(kx,ky) measurement, which provides such
esults as Fig. 5(e) as well as Fig. 6(a) and (d), is repeated at tens or
undreds different h�, a full 3D band dispersion EB(kx,ky,kz) can in
rinciple be obtained. In many cases, however, such a full 3D SX-
RPES with high resolution of energy and momenta requires too
uch measuring time. Although such measurements are still rather
are up to now, studies of 3D EB(kx,ky,kz) must be the direction of
RPES to be intensively tackled from now on.

For ARPES studies clean surfaces of high quality single crys-
als are required. There are such possibilities as (1) in situ grown
FS  slice at kz ∼ 0 at h� = 725 eV is shown in (e) [29].

epitaxial single crystal surface, (2) clean surface prepared by ion-
sputtering and annealing as well as (3) clean surface prepared by
in situ cleavage. In the case of (1) and (2), one must pay atten-
tion to stoichiometry and homogeneity of the surface. In the case
of (3), cleavage to realize a homogeneous surface is not difficult
in the case of layered materials with two-dimensionality. In the
case of single crystals with increased three-dimensionality, how-
ever, cleaved surfaces often show several or many tiny cleavage
planes. If the spot size of the incident photon beam is larger than
the small cleavage plane, the ARPES provides averaged information
on several cleavage planes even containing undesired information
on uncleaved regions. If the incident light is focused by mirrors or
zone plate to a spot smaller than a single cleaved region, still reli-
able ARPES may  be feasible [22]. In order to cover a wide (kx,ky)
region, however, it is usually required to mechanically rotate the
sample. In that case, it is rather difficult to fix the light spot within
a small region on a small cleaved surface. Positioning of the high-
quality cleaved region covering the photon beam spot in advance

and during the measurement is required to overcome this difficulty
[31,32].
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F 00 and 450 eV with the energy resolution ∼120 meV  and �k||∼0.06 Å−1. Measurement is
p ted as ∼12 eV.
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ig. 6. FSs of UB2 in the A–H–L and � –K–M planes derived from the ARPES at h� = 5
erformed at 20 steps along the � –K k|| values [30]. The inner potential V0 is evalua

. Hard X-ray photoelectron spectroscopy

In order to realize increased bulk sensitivity, higher h� photo-
lectron spectroscopy in the hard X-ray region (HAXPES) became
ery popular nowadays by use of planar undulator radiation. The
dvantage of HAXPES in the h� region of ∼4 to 8 keV is the much
educed surface spectral weight in the valence band region below a
ew percents in many cases, compared with SX-PES and SX-ARPES
ith few dozens of percents. On the other hand the disadvantage

f HAXPES is the reduced photoionization cross section by several
rders of magnitude of most orbitals with increasing h�. The behav-
ors of such orbitals as transition metal 3d, lanthanide 4f and oxygen
p states, which play important roles in strongly correlated elec-
ron systems, are shown in Fig. 7 together with that of the transition

etal 2p core state [33]. It is easily understood here that a very
right light source is required for the HAXPES studies of transi-
ion metal 3d and outer p orbitals of chalcogen atoms, which often
ave noticeable contribution in valence bands. This is the reason
hy a 25 m long planar undulator is developed and installed at
L19LXU of SPring-8 [34]. In addition, polarization of the light can
e switched by employing a diamond phase retarder (wave plate)
or hard X-rays to measure the dichroism in HAXPES [35].
The advantage of HAXPES is that the observed spectra are dom-
nated by the bulk electronic structures owing to the long �mp

eyond 100 Å. Surface degradation is not a serious problem in
ontrast to SX-PES and SX-ARPES. So bulk sensitive HAX-ARPES
Fig. 7. Photon energy dependence of photoionoization cross sections of typical p, d
and  f orbitals [33].

is expected to provide useful information on bulk valence bands

in various materials. However, there are two  difficulties in HAX-
ARPES. It is known that recoil effects on photoelectron emission
take place not only in atoms and molecules but also in solids on
photoemission of core levels of light elements [3]. The presence
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ig. 8. Photoelectron recoil effects for the valence bands of some V compounds. LiV2

he  energy resolution was ∼100 meV  at h� ∼ 8 keV and ∼700 eV. It was  set to ∼50 m

r absence of the recoil effects is also found to depend on the
ndividual materials even for the same core level [36,37]. The
ecoil effects are also observed for valence electron photoemission,
hough the wave function is not localized but extended over the
rystal [3,36–38]. Depending on the individual orbitals and mate-
ials, the recoil behavior is diverse. Although a rigid-shift type
ecoil effect is observed for most core levels, the behavior is much
ifferent in the case of the valence band as seen in Fig. 8 for vana-
ium oxides and V3Si. In the case of the valence band in V3Si, the
ecoil shift depends strongly upon EB. This kind of behavior can be
nderstood as the relative spectral weight between V 3d and Si 3p
hanges with EB. Namely, the relative weight of the partial den-
ity of states (PDOS) of Si 3p is understood to increase with EB in
his material. Since ARPES traces the peak energies of valence band
tructures as a function of (kx,ky,kz), the revealed dispersions are
trongly influenced by the different recoil shifts of the constituent
lectronic structures. Therefore careful attention is required for the
ulk sensitive band mapping by HAX-ARPES.

Another difficulty of HAX-ARPES comes from the Debye–Waller
actor, which is responsible for the wave vector (k) broadening due
o the electron-phonon coupling in the photo-excitation process.

hen this factor W(T), which depends upon the temperature T, is
arge enough(>0.9 for example), the k broadening is not serious. If
his factor is small (<0.1), however, the wave vector is broadened
o a large extent [39]. HAX-ARPES results measured for W(1  1 0)
t h� = 5956 eV and at 30 and 300 K reported in Ref. [39] are repro-
uced in Fig. 9. The room temperature ARPES results, corresponding
o W(T) = 0.09 in Fig. 9(a) show modulated intensity distribution
ver wide k region. If projected to the EB axis, good correspon-
ence with density of states (DOS) is recognized. If projected to
he k (or detector angle) axis, the dominant influence of the core-
ike X-ray photoelectron diffraction effect (XPD) is recognized as

ell. So it is difficult to obtain direct information on the band dis-
ersive features in this case resulting from the low fraction of the
irect photoemission process at room temperature. If measured at
 = 30 K (W(T) = 0.45), phonon effects are suppressed and disper-
ive features are to some extent observed. If DOS and XPD effects
re numerically removed, dispersive features of the valence bands
re better revealed in reasonable correspondence with the results
ctra at 20 K, metallic V2O3 at 175 K, metallic V5O9 at 150 K and V3Si at 20 K [36–38].
 270 eV.

of model calculation. In order to compare the experimental HAX-
ARPES results to theoretical prediction, one must additionally pay
a deep attention to the orientation of the sample to the detector,
since slight angle misalignment induces a serious deviation in the
k space. So one must always keep in mind that the bulk sensitive
HAX-ARPES is not straightforward applicable to bulk band mapping
with high resolution.

5. Merit and limitation of very low energy photoelectron
spectroscopy

Although modern SX- and HAX-PES and -ARPES are only fea-
sible by use of high brightness synchrotron radiation beam lines
with high stability, the beam time for measurement is usually
rather tight due to the high demand of outside users and in-house
staffs. Then low energy PES and ARPES by using rare gas lamps and
laser light sources in small size laboratories are also becoming very
popular nowadays in addition to the traditional use of He lamps.
Advantage of the low h� PES and ARPES is the feasibility of high
energy resolution. In addition, possible easy switching capability
of the light polarization facilitates the measurement of the dichro-
ism in the angular distribution of photoelectron emission. In the
case of lasers, tiny focusing of the light spot on the small sample
or a small cleaved region on the sample further promotes the so
called ELE(extremely low energy)-ARPES.

Generally speaking, �mp of the photoelectrons increases above
100 eV. However, the �mp below an electron energy of 10–20 eV
depends strongly on the individual materials. If the electron energy
is below the interband gap energy of insulators, �mp increases sud-
denly. Even in the cases of metals, it is often thought that �mp

increases with decreasing electron energy as observed and/or pre-
dicted in many materials [40]. For instance, in the case of Fe3O4 with
the Verwey transition at TV ∼ 123 K, the temperature dependence
of ELEPES at h� = 7.5 eV is consistent with that of the HAXPES results
at ∼8 keV as shown in Fig. 10. This example demonstrates the bulk

sensitivity of ELEPES in Fe3O4 [41]. A second example is LiRh2O4,
which is a spinel type compound and shows a two-step metal-to-
insulator transition at 230 K (from orbital-disorder to orbital-order
metal phase) and at 170 K (to charge-ordered valence bond
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Fig. 9. HAX-ARPES of W(1  1 0) at h� = 5956 eV. Sample temperature is 300 K (a) and 30 K (b). The Debye–Waller factor is 0.09 at 300 K and 0.45 at 30 K. DOS effects and XPD
effects  are clearly seen in the spectra [39].
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Fig. 10. Temperature dependence of the ELEPES at h� = 7.5 eV and HAXP

nsulator phase). Again, the ELEPES result at 8.4 eV is consistent
ith the HAXPES results at ∼8 keV, showing the bulk sensitivity of

LEPES in LiRh2O4 [42].
In the case of (V1−xCrx)2O3 system [43], however, less bulk

ensitivity of ELEPES than HAXPES is experimentally confirmed
44] as shown in Fig. 11. In the paramagnetic metal phase (PM),
he quasi-particle (QP) coherent peak near EF is much stronger
han the incoherent lower Hubbard band (LHB) in the bulk sen-
itive HAXPES (Fig. 11(c)) spectrum [44] as confirmed from the h�
ependent angle integrated spectra. In ELEPES spectra of a sam-
le with x = 0.011 [43] measured in �k|| < 0.14 Å−1 at EK = 5 eV for
he (1 0 2) cleaved surface in the PM phase, no pronounced QP was
bserved. On the (0 0 1) cleaved surface, however, a QP peak is

bserved by tuning h� and k properly in a limited region as shown
n Fig. 11(a). The emission angle (�) dependence of the spectra at
� = 9 eV in Fig. 11(b) revealed that the intensity of the QP observed
t � = 0◦ becomes much reduced for increased � at 60◦. The results
h� ∼ 8 keV of Fe3O4, which shows the Verwey transition at ∼123 K [41].

in Fig. 11(b) suggest that the intensity of the QP peak is weaker
than that of the LHB, if angle integrated ELEPS is derived from mea-
surements at various �. In comparison with the bulk sensitive angle
integrated HAXPES in Fig. 11(c), the apparent surface sensitivity of
ELEPES in the V2O3 system is confirmed.

Nowadays, spin-polarized Dirac cone states in the topological
insulators [45] are attracting wide interest. It is demonstrated that
ELE-ARPES is powerful to detect the surface Dirac cone state in these
cases [46]. If no bulk state is accessible in the EB(kx,ky) region cov-
ered by the ELE-ARPES measurement and still some surface states
are present, ELE-ARPES is an effective approach to perform the band
mapping of such surface states [3].

In the ELE-ARPES, however, the region of EK is rather limited

depending upon the employed h�. Then chemical information is
very difficult to be obtained in comparison with soft and hard
X-ray photoelectron spectroscopy. The k region covered by the con-
ventional ELE-ARPES measurement is also very limited. Higher h�
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Fig. 11. (a) Normal emission photoelectron spectra of (V0.989Cr0.011)2O3 measured on the (0 0 1) surface at 300 K (PI) and 200 K (PM) for h� = 10, 9, 8 and 7 eV. (b) Spectra of
V ◦ ◦ h are separated into the quasi-particle peak at smaller EB(black) and the lower Hubbard
b re shown in (c) and (d) [44].
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Fig. 12. SP-ARPES set up employed to measure the photoemission spectra of
Pt(1 1 0) [50]. W SP-LEED detector is used after the electron energy analysis by a
cylindrical mirror analyzer. Four LEED spots, (0,2), (2,0), (0,−2) and (−2,0), are used
2O3 on the (0 0 1) surface at � = 0 and 60 are shown by the top(red) curves, whic
and  peak at larger EB(green) [43]. Bulk spectra of V2O3 in the PM and AFI phases a

RPES enables one to cover wider regions of EB and k. A wide k
egion can be covered even at low h�, however, by use of a momen-
um microscope as explained later in Section 7.

. Spin polarized photoelectron spectroscopy: Past and
resent status

The detection of the electron spin has been a major issue in
hotoelectron spectroscopy. The reason is that an “ideal” spin fil-
er for free electrons, like in a Stern–Gerlach type experiment for
toms, cannot be realized due to the Heisenberg uncertainty rela-
ion. The spin detection of photoelectrons is therefore typically
one in a scattering experiments exploiting the spin dependency
f Mott-scattering, or spin-polarized low energy electron diffrac-
ion (SP-LEED), both based on the spin-orbit coupling in the target

aterial.
Information on the spin polarization of photoelectrons is very

emanded in order to understand the electronic structure of
olids such as topological insulators and exotic superconductors.
lthough studies of the electronic structure under an external mag-
etic field are possible by photon spectroscopy, angle resolved
hotoelectron spectroscopy is usually not feasible since the trajec-
ory of the photoelectron is strongly influenced by the Lorentz force
n the magnetic field. Therefore the spectroscopy of spin-polarized
lectrons is usually performed without an external magnetic field.
he photoelectrons excited by circularly polarized light are often
pin-polarized due to the spin-orbit coupling and selection rules.
n the case of ferro- and ferri-magnetic materials, the spin resolved
RPES (SP-ARPES) is still possible on remanently magnetized sam-
le if the residual magnetic field is not too strong.

The spin polarization of the photoelectrons is defined as
s = (n↑ − n↓)/(n↑ + n↓), where n↑ and n↓ stands for the electron
umbers with opposite spins. Various spin detectors have so far
een developed and employed in SP-PES and SP-ARPES. The Mott
etector was most widely employed in the past [4] and still pro-
ucing new results. Its working principle can be understood from
he following Dirac equation:

(p + eA)2

2m
− e  ̊ + e�	 · B

2m
− ie�E · p

4m2c2
+ e�	 · (E × p)

4m2c2

]
  = W ,

here W + mc2 is the total energy, p is the electron momentum and

 is the vector potential. ˚,  	, B and E are the scalar potential, elec-

ron spin, magnetic and electric fields. The last term on the left hand
ide stands for the spin-orbit interaction energy, which induces the
eft(L)–right(R) scattering asymmetry of the electrons incident onto
to  evaluate the two spin components [6].

the target (often Au thin foil but other heavy elements as well). The
experimentally evaluated asymmetry as A(�) = (NL − NR)/(NL + NR)
can be used to estimate the spin polarization Ps of the photoelectron
by Ps = A(�)/S(�), where S(�) is the Sherman function, i.e., the spin
sensitivity of the detector. S(�) depends upon the target material,
electron collision energy and the range of � and can be evaluated
experimentally. The effective Sherman function Seff of Mott type
polarimeter lies in the range of 0.1–0.4. Then the figure of merit
f0 defined as (I/I0)Seff

2, where I0 is the electron current entering
the polarimeter and I is the total scattered current detected by
the left and right detectors, lies in the range up to 2 × 10−4. In the
case of a 25 kV compact mini-Mott spin polarimeter, Seff = 0.17 and
f0 = 1.4 × 10−4 were reported [47]. In the case of the Mott detector,
only single channel spin detection was  possible, though the Ps||x and
Ps||y components (x and y lie in the target surface plane) could be
simultaneously measured.
The low-energy-electron-diffraction (LEED) spin detector based
on a W single crystal (W SP-LEED detector) was  later devel-
oped [6] and used for SP-ARPES. As schematically shown in
Fig. 12(a) and (b), the electrons passed through the central hole of a
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Fig. 13. Single-channel SP-ARPES instrument based on the Fe(0 0 1)-p(1 × 1) O
VLEED spin detector after the hemispherical electron energy analyzer (HDA) [54,56].
Energy and angle resolved electrons are incident onto the spin detector with the
incidence angle �in from the surface normal and specularly reflected electrons are
detected. The spin asymmetry is evaluated from two  measurements performed by
28 S. Suga, C. Tusche / Journal of Electron Spectro

esistive-anode and MCP  (micro channel plate) hit the W(0  0 1)
urface at 104.5 eV kinetic energy in the normal incidence con-
guration. The four (2,0) LEED spots are simultaneously detected
roviding information on Ps||x and Ps||y components parallel to the
(0  0 1) surface. The small size of this detector due to the use of a
uch lower electron energy compared to the 100 kV or 25 kV Mott

etector is a primary advantage [48]. Seff = 0.27 and f0 = 1.6 × 10−4

ere realized and applied to SP-ARPES [49,50] and core level SP-PES
51]. In the case of W(0  0 1) detector, however, surface cleaning by
ashing is frequently required (every 0.5 to 2 h) in a vacuum better
han 1 × 10−8 Pa [52,53].

As we see from these examples, the low efficiency of widely
sed spin detectors is on one side based on the scattering process,
hich can be improved by spin-detector target materials which
ave a higher spin asymmetry and higher reflectivity. On the other
ide, conventional spin detectors can only measure one spin-
esolved data point (“channel”) at a time. Extended data sets, like
nergy spectra or angular scans, have to be measured sequentially
oint by point. Such a requirement is especially a problem for spin
etection experiments where only low intensities are available. For

nstance this is the case for high-resolution ARPES measurements,
n which the single-channel spin detection requires sequential
canning of a certain wave-vector and energy interval. HAXPES
easurements are another case where count rates are very low

ue to a combination of low photoionization cross-sections at
ard X-ray energies and limited angular acceptance of electron
pectrometers. In these cases, experiments on reactive samples
re prevented because only a short time period for measurements
s available against surface deterioration.

In practice, spin-resolved spectroscopy with sufficient count
ates can often only be performed with strongly reduced energy
nd angular resolution. In the case of spin-integrated electron spec-
roscopy, however, the situation is completely different: With the
dvent of multi-channel detection, the efficiency of electron spec-
rometers increased dramatically. Today, state-of-the-art electron
nergy analyzers feature highly efficient multi-channel detection
ith more than 104 data points acquired simultaneously as will be

urther discussed in Section 7.
One of the recent and noteworthy development is the

e(0 0 1)-p(1 × 1) O VLEED spin detector [54,55] (VLEED: very-
ow-energy-electron-diffraction). Spin exchange interaction is
sed to measure the spin polarization of the electrons incident onto
he magnetized ferromagnetic target as illustrated in Fig. 13 [56],
here the angle of �in for specular (or mirror) reflection was  set

o ∼6.5◦ (2�in = 13◦). In contrast to the left-right scattering inten-
ity asymmetry in the case of Mott and W SP-LEED detectors, spin
nformation is derived from two successive measurements with
eversed target magnetization [54–57]. In the case of Fig. 13, spin
olarization along the x and z, namely Px and Pz can be obtained, for
xample, by changing the magnetization direction of the Fe(0 0 1)-
(1 × 1) O detector by 90◦. In contrast to the original design of
e deposition onto a Ag(0 0 1) surface [58], the oxygen passivated
e(0 0 1)-p(1 × 1) O surface, grown on a MgO(0 0 1) or W(0  0 1)
ubstrate, could prolong the effective lifetime of the Fe(0 0 1) tar-
et to few months. By tuning the electron incidence energy onto
he target properly, a large spin asymmetry was realized for the
pecularly reflected electrons. Seff ∼ 0.40 and f0 ∼ 1.9 × 10−2 were
btained for EK = 6 eV. Then very efficient SP-ARPES became feasible
s in Fig. 14 [56] even in the single-channel detection. The f0 of this
pin detector is almost two orders of magnitude higher than those
f preceding spin detectors and its nice performance can be kept
or a long time. According to spin-dependent low-energy electron

eflection measurements over a wide range of incident electron
nergies from 2 eV up to 17 eV and �in from 25 to 76◦, detailed
ehaviors of Seff (�) and f0 were clarified [57]. The f0s derived
or the collinear configuration between the photoelectron spin
reversing the magnetization direction of the Fe(0 0 1) O detector. The spin polariza-
tion  along the x and z directions can be evaluated by this instrument. (kx ,ky) region
of  the sample is selected by rotating the sample.

polarization P and the target magnetization M (either ↑ or ↓)
are shown in Fig. 15. A maximum f0 of more than 2 × 10−2 for
�in = 45◦ is found at EK = 3 eV. At EK = 2.8 eV and �in = 45◦, even higher
f0 = 2.8 × 10−2 was  obtained. Since the EK to be used for spin detec-
tion in this case is rather low, very careful reduction of the residual
magnetic and electric field is required for evaluation of the spin
polarization of photoelectrons.

In many cases of SP-ARPES, full 3D spin vectorial analysis is
indispensable [59], for example, in the case of the out-of-plane
spin component in topological surface states [60]. Three orthogonal
spin components can be measured by two  VLEED spin detectors if
the second VLEED detector is located on the orthogonally deflected
electron orbit from that for the first VLEED detector [59].

In order to dramatically improve the detection efficiency, mul-
tichannel kx,y resolved spin detection is desirable as discussed in
Sections 7 and 8.

7. Momentum microscopy

7.1. The principle and advantage of momentum imaging

As outlined above (Section 3, Fig. 3) modern conventional hemi-
spherical deflection electron energy analyzers (HDAs) used today in
ARPES experiments employ a two-dimensional detection scheme.
An imaging detector is placed in the exit plane of the analyzer,
which allows to record the emission angle (�) and the binding
energy (EB) at the same time, within a limited interval. The mea-
surement of larger intervals or of the second in-plane emission
direction requires scanning of the analyzer or sample position. Due
to the second order aberration inherent to the HDA [61], the ulti-
mate resolution can only be achieved by the restriction to small
slits and small photon beams, at the cost of measurement speed.

A different approach for the simultaneous measurement of a
2D distribution of photoelectrons was  to make use of the imag-
ing properties of a photoelectron emission microscope (PEEM). In a
PEEM, photoelectrons from the sample are collected by the objec-

tive lens. This lens immerses the sample in a strong electric field
of a few kV/mm.  This is why this objective lens, which forms the
first optical element of the PEEM, is often called “immersion lens”,
or “cathode lens” to point out that the sample, i.e., the cathode, is



S. Suga, C. Tusche / Journal of Electron Spectroscopy and Related Phenomena 200 (2015) 119–142 129

Fig. 14. SP-ARPES of Kondo insulator SmB6 measured at 35 eV and 12 K [56]. �+, �− , linearly polarized light excitations for the spectra (a), (b), (c), and (d). The intensity is
given  in an arbitrary unit (a.u). The spin parallel to the x-axis in Fig. 13 is observed for the circularly polarized light excitation. Spin polarization is, however, not observed for
the  linearly polarized light excitation on this surface.
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ig. 15. Figure of merit f0 of Fe(0 0 1)-p(1 × 1) O VLEED spin detector as a function o
o  two opposite magnetization directions of the passivated Fe target. Photoelectro
xclude  the spin-orbit effects. Five lines in the left panel correspond to f0 = (2.5, 2.0,
art of the electron optical system. Fig. 16 illustrates the effect of
he accelerating field. Electrons that are emitted from the sample
urface are accelerated along the sample normal. Therefore, even
hose photoelectrons that were emitted at angles up to � = 90◦, i.e.,

ig. 16. Effect of the immersion field between the sample and the microscope lens.
he  microscope sees a virtual sample with an effective finite emission angel �′ . The
omentum image is formed in the focal plane (vertical dotted line) with linear (kx ,
y) scale.
ngle of incidence of electrons) and incident electron energy [57]. ↑ and ↓ correspond
 polarization P and target magnetization M lie in the scattering plane in order to
.0 and 0.5) × 10−2.

parallel to the surface, enter the lens under a finite angle �′, and the
lens sees a virtual image of the sample that is located behind the
real sample surface. Here �′ and � satisfy the following equation
[62]:

sin � = sin �′
√

eUA
E0

+ 1 (7.1)

The momentum coordinate parallel to the surface, k||, is pre-
served during this acceleration due to the cylinder symmetry.
When the acceleration voltage, UA, is large compared to the kinetic
energy, E0, of the photoelectrons, UA » E0, Eq. (7.1) is simplified to

sin �′ ∝ k|| (7.2)

and the image formed in the momentum focal plane (plane shown
by the vertical dotted line) of the PEEM objective lens is scaled linear
in k|| [8,62].

In a PEEM experiment, the magnified real space image of

the sample, formed further downstream in Fig. 16 will be pro-
jected onto a 2D detector. In the momentum microscope, which is
described in detail later in Section 7.2 and Fig. 20, the momentum
image will be projected onto this 2D image detector. The typical
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Fig. 17. (a)–(d) Two dimensional cuts through the Fermi surface of copper measured
30 S. Suga, C. Tusche / Journal of Electron Spectro

etector is a combination of MCP  and fluorescent screen, read out
y a CCD camera. However, other types of detectors might be used,
uch as time-resolving delay line detectors [63], or direct elec-
ron semiconductor detectors which may  provide improved signal
o noise ratio and dynamic range [64]. As the momentum com-
onent parallel to the surface is preserved in the photoemission
rocess, this momentum image directly represents a cut through
he band structure of the sample with respect to the crystal momen-
um kx and ky at a certain energy. In contrast to a conventional
RPES experiment, no conversion from emission angles (�) to crys-

al momentum (k) is necessary, and all electrons that are emitted
rom the sample into the complete half-space are collected.

We  note that the sample is always kept at a fixed angle with
espect to the optical axis of the momentum microscope, unlike in
onventional ARPES setups where the angle is scanned during the
easurement. As typical instruments use an acceleration voltage

f several kV up to several 10 kV, the collection of photoelectrons
ithin the complete solid angle above the surface is possible even

t excitation energies of h� ≥ 100 eV, and the momentum images
over more than the first surface BZ of typical materials.

In an early demonstration of momentum microscopy, the kinetic
nergy of the photoelectron was fixed to the high energy cutoff
f the spectrum at the Fermi edge, using a retarding field ana-
yzer [62]. This limited the practical use to the measurement of
onstant energy cuts through the Fermi surface of a solid. This
s in particular useful, when combined with an excitation light
ource with a variable photon energy h�, like synchrotron radia-
ion. The efficient detection of 2D EF(kx, ky) cuts through the Fermi
urface allows recording of large data sets with different h�, in a
ore efficient way than introduced in Section 3, above. As shown

n Fig. 17, measurements over a range of h� allow one to scan
hrough the perpendicular momentum component k⊥, which is
elected by momentum conservation under the assumption of a
ree-electron final state for the photo-excitation [3,62]. Such a 3D
ata set EF(kx,ky,kz) provides a tomographic view of the Fermi sur-
ace of the sample.

Later, Krömker et al. presented a more versatile momentum
icroscope [65]. As before, this instrument combines a typical

EEM column as used in Ref. [62] with an imaging energy filter
ased on two HDAs arranged in an S-like geometry to com-
ensate the second order aberration of conventional analyzers
66]. This combination enables the fast acquisition of the three-
imensional (EB, kx, ky) maps of the band dispersion. In particular,
he data beyond high-symmetry directions provides valuable input
or quantitative theoretical models.

As an example, Fig. 18(a) shows a measurement of a Cu(1 1 1)
urface. This particular momentum image shows the photoemi-
sion intensities of the d-electron states at 2.35 eV below the Fermi
nergy [67]. As the measurement of each 2D momentum image
nly takes a couple of minutes, using a He discharge light source, a
hole series of such images can be easily acquired, containing the

nformation of the EB(kx,ky) band dispersion in all directions of the
urface BZ (see Fig. 18(d)). The 2D (kx,ky) momentum images dis-
lay true intensities of the photoelectron current in all directions,
ithout the symmetrization typically applied in conventional angle

canned ARPES maps. For instance, we can observe an unequal
rightness of the bands on the left and right side of the image,
hile the presence and shape of the features follows the three-fold

ymmetry of Cu(1 1 1). This effect, known as the linear dichroism
n angular dependence (LDAD) [68], is caused by the off-normal
ncidence of the light onto the surface, breaking the three-fold
ymmetry.
The comprehensive data sets allow a direct quantitative com-
arison with advanced theoretical models. Such an example is
isplayed in Fig. 18(b) and (e), where the photoemission intensities
ere calculated within the one-step model for the same geometry
at  different photon energies [62]. (e) Region of the bulk copper Brillouin zone along
the  k⊥ direction sampled by (a)–(d).

as in the experiment. The two-dimensional intensity patterns are
particularly sensitive to the relative energetic position of different
bands that intersect the image. In the case of copper, states with
sp- and d-symmetry are present, and it was demonstrated that
a remarkable agreement between the theory and the measured
intensities is obtained by taking into account the electronic self-
energy, 
,  through an orbital dependent renormalization [69] of the
LDA potentials by 
d = −0.8 eV for the d-states and by 
sp = +0.3 eV
for the sp-states. While this works well for a weakly correlated
material like copper, we  note that the electronic self-energy is a
non-local operator that depends on energy, wave vector, layer,
and orbital momentum. Given the complete experimental map-
ping of the valence electronic structure, a detailed comparison with
theoretical photoemission patterns will provide a crucial test for
many-body corrections, especially for systems with strong electron
correlations.

7.2. Present status of momentum microscopy instrumentation

The previous examples showed that the measurement principle
of the momentum microscope to record EB(kx,ky) maps in a sin-
gle image has many advantages over the measurement principle

of conventional angle scanning ARPES. The wide acceptance angle
of photoelectrons of ±90◦ gives access to the complete surface BZ,
even when laboratory light sources with a limited h� are used. In
particular with laser excited photoemission, measurements cover
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F d by He-I radiation from a laboratory light source. (b) One-step photoemission calculation
i V for the d-states and 
sp = +0.3 eV for the sp-states. (c) Spectral density calculated with
s ent, and (e) from the theory.
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Fig. 19. (a) PEEM intensity map (field of view 53 �m)  of the C1s substrate peak of
multilayer graphene on SiC [71]. Numbers indicate the work function of different
areas with 1 ML  to 3 ML coverage. (b) 3D representation of photoemission data col-
lected from the 2 ML  (4.42 eV) region of (a). The Dirac cones of graphene at the K
ig. 18. (a) Experimental photoemission map  of the d-states of Cu(1 1 1) [67], excite
ncluding orbital dependent corrections for the electronic self-energy of 
d = −0.8 e
elf  energy like in (b). (d) Band dispersions along the ky direction from the experim

 k|| range that is more than three times larger compared to
onventional ARPES spectrometers which have a limited angular
cceptance of typical ±15◦. As a practical example, using 6 eV pho-
ons the maximum kinetic energy of photoelectrons from EF is
1.5 eV (with work function 4.5 eV), and the maximum k|| of an
lectron emitted parallel to the surface is ±0.63 Å−1. This corre-
ponds to the radius of the (kx,ky) image, and is enough to access
alf of the surface BZ of most materials. With a fixed collection
ngle interval of ±15◦, however, the momentum range is only
0.16 Å−1, which fundamentally limits the uses of low h� in con-
entional ARPES. The fixed photoemission geometry, where the
ngle of incidence of the photon beam stays constant with respect
o the crystallographic axes of the sample, gives direct access to
hotoemission selection rules depending on the symmetry of wave
unctions and light polarization [70]. In addition, as momentum

icroscopy is based on the principles of PEEM, the analysis of
icroscopic sample areas is inherent to this technique.
This is particularly useful for the investigation of spatially inho-

ogeneous samples as mentioned before in Section 3, where the
nalyzed area might be selected by PEEM. Fig. 19(a) shows a few
onolayers thick graphene grown on a SiC substrate. The cover-

ge is not homogeneous, but the spectroscopic PEEM measurement
eveals different areas with different work functions and cover-
ge from 1 ML  to 3 ML,  with few 10 �m in size [71]. In Fig. 19(b),
ne region that was identified as 2 ML  coverage was  selected to
ecord the band dispersion, revealing the Dirac cone states of the
raphene [71]. It is important to note that the Dirac cone states
f graphene are located at the K and K′ points of the Brillouin

one. Features like the secondary Dirac cones, rotated by 21.9◦,
ight be easily missed in conventional ARPES experiments. Com-

ared to micro-spot ARPES [21,31,32] setups using synchrotron
adiation, momentum microscopy has the great advantage that no
and  K′ points of the Brillouin zone are clearly visible. In addition, secondary Dirac
cones rotated by 21.9◦ are observed.

scanning of the sample angle is required that might change the

analyzed area in dependence of � due to improper alignment [31].
By today, momentum microscopy systems of the first generation
are also combined with synchrotron sources [71,72], enabling a
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Fig. 20. Outline of the momentum microscope system with imaging spin filter, con-
sisting of He-cooled sample stage, imaging electron optics, two HDAs, and detection
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Fig. 21(a), we  show a measurement of the Fermi surface contour of
ranches for spin-integral and spin-filtered imaging. The Ir(0 0 1) crystal can be
nserted/retracted after the 2nd HDA [8].

ombination of core-level XPS imaging and spatially resolved band-
tructure measurements in the VUV to soft X-ray regime.

The early attempts of momentum microscopy systems paid
hese advantages by a rather coarse resolution of about 150 meV
n energy [72] and 0.03 Å−1 in the k|| momentum coordinate
65]. For many of today’s applications for ARPES, these resolu-
ions are not suitable. However, recent advances of momentum

icroscope instruments have shown that the limitations of early
nstruments are not a fundamental issue of the principle of momen-
um microscopy. Instead, optimization of the electron optical
ystem beyond the previous simple modification of PEEM towards
he requirements of momentum microscopy leads to a dedicated
nstrument that supersedes the conventional ARPES spectrometers
n terms of resolution and accuracy in the k|| maps. With a recently
eveloped momentum microscope of this advanced generation, a
|| momentum resolution <5 × 10−3 Å−1 and energy resolution of
2 meV  are obtained [8], even when a conventional gas-discharge

ight source is used. This k|| resolution corresponds to an angu-
ar resolution of ��  = 0.1◦ assuming He-I illumination, realized by
he state of the art of current ARPES setups. We  note and stress,
owever, that the k|| imaging introduced in Eq. (7.2) has the con-
equence that the �k|| resolution of the instrument stays constant
hen increasing the h�, e.g., to the soft and hard X-ray range. This

s not the case with conventional angle resolving spectrometers
here the wave vector resolution becomes worse at high h� due to

heir limited ��.
Fig. 20 shows the schematic setup of a momentum microscopy

ystem used for spin resolved measurements. As discussed above,
 strong electric field is applied between the sample and the first
lectrode of the momentum microscope optics (objective lens or
mmersion lens) that collects the photoelectrons. In this particular
xample, a positive voltage of 20–30 kV is applied to this electrode.
ere, the sample is kept near ground potential which allows an
fficient cooling by liquid helium, such that sample temperatures
elow 20 K could be reached during the measurement [8]. We  note
hat the fixed emission geometry further simplifies the design of
he cryogenic sample stage, as no mechanical scanning is required.
fter the objective lens, the momentum microscope optics has a
olumn of additional electron optical lens elements that are used

o project the momentum image onto the final imaging electron
etector, passing through an imaging energy filter composed of
wo HDAs in an S-like arrangement. In Section 3, we discussed the
and Related Phenomena 200 (2015) 119–142

measurement of 2D images in conventional ARPES analyzers,
where one image coordinate corresponds to the energy axis. For
momentum microscopy, the HDA is operated in a different way
as we need monochromatic images, i.e., the transmitted electron
energy is (nearly) constant at all image points, while both image
coordinates correspond to the respective in-plane momentum.
Namely, all photoelectrons, sorted with respect to their (kx,ky),
enter the imaging energy filter. Then at the output of this filter,
the image EB(kx,ky) at the selected binding energy EB is obtained
and recorded by the detector.

Energy filters with this S-like arrangement of HDAs have been
used before in the first attempt of a momentum microscope [65].
Electrons that pass the entrance plane of the first HDA  analyzer are
deflected in the spherically symmetric 1/r  potential (r being the
radius), and like in Fig. 3, have the largest energy dispersion after
180◦. There, the image is energy dispersed and subject to the second
order aberration that limits the usable transmission of conventional
spectrometers [61]. By coupling the trajectories to the entrance of
the second HDA, an effective 360◦ path is realized. As described
earlier [66,73], the solution for this 360◦ deflection is a well known
problem in classical mechanics and leads to closed trajectories
(Kepler ellipses). Consequently aberrations are compensated at the
output of the tandem HDAs energy filter arrangement, while the
constant energy is selected by a small aperture in the symmetry
plane. The resolution of this type of analyzer is in general not limited
by the aberrations of conventional spectrometers, increasing the
transmission and the measurement efficiency of the momentum
microscope. With two  HDAs with a mean radius of 150 mm and
200 �m wide energy defining slits, a resolution of 12 meV  was
measured at the Fermi edge on an Au(1 1 1) surface [8].

Beside this aberration compensated energy filter consisting of
two HDAs in an S-like arrangement, other types of imaging energy
filters can be used for momentum microscopy, as well. The most
simple energy filter which was  used to demonstrate the principle of
momentum microscopy is based on a retarding field analyzer [62].
Related to the field penetration at the retarding grid arrangement,
the energy resolution of this energy filter in the order of 500 meV
is rather coarse. It was shown, later, that an improved design can
reach a resolution of about 70 meV  [74]. However, a fundamen-
tal limitation of this type of retarding field imaging energy filter is
that the measurement is limited to the Fermi energy, which makes
it unsuitable for general band structure measurements. In spectro-
scopic low energy electron microscopy (LEEM) and PEEM also other
imaging energy filters based on a single HDA [75] were integrated
in the column of the microscope, also enabling the acquisition of
momentum images [76]. In LEEM instruments, the dispersion of
the magnetostatic beam separator can also be used as an energy fil-
ter, when proper small slits are introduced in the dispersion plane
[77]. Energy filtering is accomplished at a high kinetic energy of the
electrons, in this case. Therefore good energy resolution requires
narrow analyzer slits. Energy resolutions of 300 meV and 150 meV
were reported in Refs. [76,77], respectively.

It is commonly believed that an advantage of conventional 2D
ARPES analyzers is the ability to record one (E, �||) image repre-
senting the band dispersions EB(k||) that one is usually interested
in. Using a momentum microscope, on the other hand, a series of
EB(kx, ky) images are needed to get the full band dispersion. Then
one might think that it is more efficient to use a conventional spec-
trometer, at least when the respective bands live in a small energy-
and momentum-window. For replying to this question, a particu-
lar example is shown for the surface state of Au(1 1 1) that exhibits
a Rashba-type spin-splitting due to spin-orbit coupling [78,79]. In
the surface state, observed as two  concentric rings with opposite
in-plane spin orientation. The measurement was conducted with
the setup of the momentum microscope described above with the
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Fig. 21. (a) Momentum image of the Fermi surface contour of the Rashba-split
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urface state on Au(1 1 1) measured at T = 18 K and illumination by He–I radiation,
b)  dispersion of the surface state obtained by a horizontal (ky = 0 ± 0.025 Å−1) cut
hrough the 3D data set as indicated in (a).

nergy resolution set to 12 meV  and an instrumental k|| resolution
f 0.005 Å−1. The measurements of the FS contour using the He-I
ine of a gas discharge lamp took a total time of 15 min.

In order to obtain the dispersion of the surface state with the
ame counting statistics, we record a series of these images at dif-
erent EB. We  note that each 2D momentum map, EB(kx,ky) has a
esolution of �k|| = 0.005 Å−1 in the kx and ky direction. This is not
he case for conventional analyzers, where the resolution in one
oordinate is often reduced due to a finite width of the entrance
lit. Even when we are only interested in the band dispersion E(k||),
lways a complete 3D data set (EB, kx, ky) must be recorded by tak-
ng a series of images at different EB. Such measurement contains
he full information about the band dispersion E(k||) along any crys-
allographic direction. We  note that the acquisition time for each
B of this series can be set to be considerably shorter, compared to
ig. 21(a). The sharp band dispersion of the surface state, shown in
ig. 21(b), was extracted from a measurement with a time of 30 s
er energy (i.e., 30 times faster than Fig. 21(a)) and in EB steps of
0 meV, resulting in a total acquisition time of 30 min  for the com-
lete 3D (EB,kx,ky) data set. This shows that the time required to
easure even the complete band dispersion is comparable to the

ime for the high resolution Fermi surface map  in Fig. 21(a). This
s possible, as we select the cut along the horizontal kx axis such,
hat intensities are binned over ky = 0 ± 0.025 Å−1, similar to the
nite ��⊥ of conventional ARPES analyzers. Under these practical
onditions, both images (Fig. 21(a) and (b)] have a similar num-
er of integrated counts. We  note that still a complete 3D (EB, kx,
y) dataset was recorded during the 30 min  acquisition time. It is
ossible to extract different sections along arbitrary E(kx,ky) crys-
allographic directions after the measurement to be compared with
etailed theoretical band calculations. In combination with much
righter photon sources, like lasers and undulator synchrotron
adiation, the measurement efficiency can be further increased.
It was shown recently for pulsed light excitation, that the
equential energy filtering might be replaced by the time resolved
etection of electrons after passing a low-energy drift tube. This
ime-of-flight (ToF) spectroscopy was previously demonstrated for
and Related Phenomena 200 (2015) 119–142 133

PEEM [80]. Electrons with different EB will arrive at different times
at the detector, and the arrival time can be directly converted to
the energy. Unlike other energy filters, where only electrons of a
selected energy are transmitted, the ToF analyzer therefore allows
to record a certain energy window simultaneously. This energy
window is typically a few 100 meV  up to a few eV wide. With mod-
ern detectors system like a delay line detector, up to 200 energy
slices can be resolved in this energy window. It is important to note
that the ToF analyzer is usually realized as a straight drift tube, and
therefore the full image information, like the PEEM image or the
(kx, ky) momentum image, also will be resolved. In ToF momentum
microscopy [81,104] the simultaneous detection of all electrons
results in a 3D map  (EB,kx,ky) of the photoelectrons in a single expo-
sure of a few minutes. In the future, this simultaneous detection
scheme of the full three-dimensional band dispersion will allow
the investigation of samples that have very short lifetimes, e.g.,
at low temperatures, or where only low intensities are available,
like in HAXPES. We  note that the ToF principle works best when
the repetition rate of the excitation source is low (e.g., <10 MHz),
as for higher rates the time-dispersed electron spectrum in the
drift-tube would overlap. When using such intrinsically pulsed
excitation sources, for instance based on lasers, the combination
of ToF momentum microscopy with novel imaging spin filters (see
Section 8) might result in a huge boost of the measurement effi-
ciency of spin resolved electronic structures.

7.3. SX- and HAX-ARPES by high-energy momentum microscopy

As already discussed in Sections 7.1 and 2, momentum
microscopy by use of an imaging energy filter (tandem HDAs) com-
bined with a properly designed momentum microscope input lens
optics and decelerating lenses after the imaging energy filter can
collect undistorted (kx,ky) momentum images at different EB with
very high efficiency. Since the photoionization cross sections of var-
ious orbits decrease dramatically with h� beyond few hundreds eV
as explained in Sections 3 and 4, high detection efficiency of the
momentum microscopy is very attractive for high accuracy ARPES
in the soft X-ray and hard X-ray regions.

Due to the high h� in a HAXPES experiment, photoelectrons
from the valence band are emitted with kinetic energies of sev-
eral keV. Nevertheless, the spectroscopy in the valence band near
the Fermi energy requires a rather good energy resolution of better
than ∼200 meV. It is known as the recoil effects and Debye-Waller
factor broaden the (EB, k) as discussed in Section 4. A major issue in
typical HAXPES setups is the retardation of the high kinetic energy
of the photoelectrons to the low pass energy of the spectrometer.
Using a momentum microscope setup as shown in Figs. 20 and 16,
strong acceleration–retardation of electrons is an inherent property
of the PEEM objective lens. This is because the sample is immersed
in a strong electric field that accelerates the electrons to energies of
several 10 keV along the lens axis and electrons are then deceler-
ated in every experiment to the low pass energy of the energy filter
in the order of few 10 eV. As the sample is completely immersed
in the accelerating field of the objective lens, we only need to con-
sider the relative potentials of the sample and the microscope. That
means, instead of floating the complete analyzer on a potential
close to the kinetic energy of the electrons – as is done in most
HAXPES setups – it is sufficient here to apply a positive bias to the
sample [82]. This in general works as long as Ekin « UA. With a prac-
tical value of UA ∼ 30 kV for a high energy set up, photon energies
of several keV can be used.

The similarity of a momentum microscope optics to a PEEM lens

allows to perform HAXPES in a spectroscopic PEEM experiment, for
instance to measure spatial maps of the elemental composition of
a sample, making use of the enhanced bulk sensitivity of HAXPES.
Fig. 22 shows a HAXPES measurement, using 6.5 keV photons from
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Fig. 22. Hard X-ray photoemission (h� = 6.5 keV) spectro-microscopy of Au contacts
(dark square regions) on SrTiO3. The green and blue spectra show the Sr 2P3/2 core
level  peak on the 7 nm Au layer and on the substrate. Inset top right: Energy filtered
PEEM image (field of view 40 �m)  recorded at the Sr 2p core level, and region of
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Fig. 23. Scattering geometry for the specular reflection of electrons at the spin-
nterest selected for the spectra (green and blue squares). Inset left: Sample layer
omposition [82].

he PETRA III storage ring, of 10 × 10 �m2 Au square contacts on
 SrTiO3 substrate [82]. The energy filtered PEEM image for the Sr
p3/2 photoemission peak directly provides an element selective
ap  of the selected peak (please refer to the figure caption). The
u covered area appears dark, due to the attenuation of photo-
lectrons passing through the 7 nm Au layer. Spectra taken in the
ifferent areas reveal a clear contribution of the substrate peak even

n the Au covered area, indicating the bulk sensitivity of HAXPES.
he local spectroscopy reveals that the photoemission peak from
he uncovered surface is found at 0.4 eV higher EB compared to the
u covered area. This result indicates that interfacial states at the
etal electrode differ from the bulk electronic states and may  con-

ribute to a better understanding of the role of the interface region
n such resistive switching materials [83].

As we pointed out before, momentum images recorded by the
omentum microscope are always characterized by a constant lin-

ar scale in the kx and ky directions, independent of the selected
nergy. This is also the case for energies in the hard X-ray range.
his is an important advantage of the momentum microscope for
omentum resolved measurements at these energies. By contrast,

onventional spectrometers resolve a fixed emission angle, and at
igh Ekin, photoelectrons form the first Brillouin zone are emitted

nto a narrow cone. This is seen, for instance, in Fig. 9(c) where
he measured angle interval spans many BZs, at the cost of a low
esolution in k||. With a momentum microscope, however, the k||
esolution is nearly constant at all Ekin. In detail, it was shown
hat the resolution limiting aberrations introduced by the PEEM
bjective lens even become lower at higher kinetic energies of the
hotoelectrons [84]. We  note, however, that the use of a momen-
um microscope for the HAX-ARPES experiment does not impose

 fundamental limit to the accessible k-space to the first or second
Z. Instead, designs of the objective lens optimized for high electron
nergies can provide (kx,ky) images up to ±25 Å−1 as shown in Ref.
85]. At h� = 5 keV, this corresponds to a collection angle of ±45◦.

. Imaging spin filters and multi-channel spin detection
.1. The working principle of imaging spin filters

Recently, electron spin detection has also been boosted by
he introduction of the concept of multi-channel spin analysis,
polarizing electron mirror (spin filter crystal). Scattering takes place under parallel
beam conditions, preserving the spatial information of the source image. The spin-
integrated image is obtained by retracting the target crystal [86].

measuring more than one data point at the same time. Simi-
lar to conventional single-channel spin detectors, the principle of
multi-channel spin detection is based on a spin selective scattering
process. However, the traditional one-channel (or single-channel)
spin detector has been replaced by a virtual array of spin detec-
tors (up to several thousands). Practically, this was  accomplished
by developing the “spin-polarizing electron mirror”, which allows
the measurement of spin-resolved images of a two-dimensional
electron distribution. This two-dimensional distribution can be
either the high-resolution spatial image of a photoelectron emis-
sion microscope (PEEM) [86], or the intensity distribution in the
exit plane of an energy-dispersive analyzer [87], or the k-image of
a momentum microscope [8,88].

Fig. 23 shows the scattering geometry of such an imaging spin
filter. Incoming electrons from different points in the source image
are transformed by electrostatic electron lenses into a multitude
of small parallel beams. These beams are diffracted from a spin
selective single crystal surface in the specular geometry. Here,
the two-dimensional image information is encoded in small vari-
ations in the angel of incidence onto the mirror. Among the many
LEED reflections, the (0,0) beam is the only one which conserves
the momentum parallel to the surface for elastic diffraction. After
diffraction the individual beams are recombined by a second elec-
trostatic lens, and an image of the electron source distribution is
generated on a 2D-multichannel detector.

Spin contrast is obtained due to the spin dependent reflectiv-
ity of low-energy electrons at the non-magnetic surface of the
scattering target being governed by spin-orbit coupling, such that
electrons with opposite spin see different scattering potentials,
leading to different scattering amplitudes [89]. In this way the spin
polarization distribution in the primary beam is translated into an
intensity distribution at the 2D detector, and the spin-polarizing
power of the electron mirror is equal to the intensity asymmetry
upon reversal of the primary beam polarization. Different target
crystals exist for use in the imaging spin-filter.

The first demonstration of the imaging spin-filter employed
a W(0  0 1) single crystal surface [86,87]. This target is character-
ized by an easy and reproducible preparation procedure and a
quite high efficiency per channel. However, this system has the
practical inconvenience that it requires frequent cleaning of the
surface [52,53]. This stability probrem was slightly improved using
an Ir(0 0 1) surface, which however exhibits a 5 × 1 reconstruc-
tion [90]. It was finally shown recently, that this reconstruction

is absent on the surface of a pseudomorphic monolayer of Au
grown on Ir(0 0 1) [88,91]. The 1 ML  Au/Ir(0 0 1) system com-
bines a high spin-sensitivity and high reflectivity, even superior
to the W(0  0 1) surface, with a long-term stability of more than
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everal weeks. At present, this makes the 1 ML  Au/Ir(0 0 1) system
he primary choice for an imaging spin-filter for high resolution
pplications.

We note that the conservation of parallel momentum upon
iffraction in the (0,0) LEED beam of the crystal surface is equiva-

ent to the reflection of photons at an optical mirror. Each electron
hat was reflected from the surface originates from the spot where
he primary electron did impact on the surface, and the angle after
he scattering is equivalent to the angle of incidence, but mirrored.
his analogy with an optical mirror shows that, in principle, an
deal electron mirror can be placed anywhere in the electron opti-
al path, still preserving the image information. Most importantly,
his means that the image resolution does not rely on the pre-
ise position of the intermediate reciprocal image in Fig. 23 on the
rystal surface, which is inclined by 45◦ with respect to the image
lane.

Real crystals are, however, characterized by imperfections that
ead to an angular broadening of the diffracted beam, and the funda-

ental limitation of the image resolution is imposed by the crystal
uality of the target. A major source of this angular broadening

s the mosaicity of the real crystal. For instance, a typical mosaic-
pread of a tungsten crystal is in the order of 0.05◦–0.1◦. This means
hat a parallel beam will be diffracted into a cone of a width 0.1◦. It
as found experimentally, that this angular broadening is in good

greement with observed resolution in the order of 70 × 70 resolv-
ble points in a spin-filtered Image [86]. We  also note that a finite
ngular broadening also means that the obtainable image resolu-
ion is not anymore totally independent from the target position
ith respect to the intermediate image planes, in contrast to the

ase of an ideal electron mirror. In the limiting case of a completely
iffuse scattering target, image information can only be preserved
y placing the crystal exactly in a focused image, while the angu-

ar coordinate is lost. This, however, is not exactly possible in the
5◦ inclined geometry, and poses the additional complication that
he 2D image information is superimposed by defects of the crys-
al surface. Therefore, applications that take the advantage of a
igh resolution spin filtered image, like the spin-resolving momen-
um microscope, prefer single-crystalline spin-filter targets like the

(0  0 1) and Au/Ir(0 0 1) systems with a specular reflection of the
0,0) LEED beam.

Fig. 20 also shows the effective application of an imaging spin
lter – here using the Au/Ir(0 0 1) target – in a spin-resolving
omentum microscope system. The momentum microscope

llows the efficient simultaneous measurement of both in-plane
omentum coordinates (kx, ky) of the photoelectrons, in a high-

esolution image. The details of this novel approach to band
tructure imaging is discussed in detail already (Section 7). The
pin-filter, as shown schematically in Fig. 23, is installed at the exit
f the imaging energy filter. Note the schematic decelerating and
ccelerating electrostatic lenses before – and after – the Ir spin-filter
rystal, used to guide the electrons and adapt their kinetic energy
rom the pass-energy of the energy filter to the – typically lower

 scattering energy at the crystal. (In a real instrument, additional
lectron lenses might be used, for instance, to adapt for image sizes
n typical MCP  detectors.)

In addition to this type of advanced use in a momentum micro-
cope, imaging spin-filters (W(0 0 1) or Ir(0 0 1) electron mirror)
ere successfully used behind HDA of a conventional ARPES sys-

em [87,90]. There, the high measurement efficiency provided by
he multi-channel approach allowed one to study systems which
re known for a short lifetime, due to a high surface reactivity.

 particular example is the surface of Heuser alloys, where the

redicted half-metallicity is usually not found in spin-resolved
PS experiments, a discrepancy which might be circumvented
y reduced measurement times using imaging spin filters [92].
elated to the large exit window of the analyzer and the energy
Fig. 24. (a) Spin filtered PEEM image of magnetic domains in an 8 ML  cobalt film on
Cu(1 0 0). (b) Intensity profile over the boundary between domains A and B [86].

dispersion in one direction, however, the image projection com-
monly faces additional issues like the chromatic aberration, in
this case [87,90]. In contrast to the combination with a momen-
tum microscope, a somewhat lower number of channels might be
obtained. For instance, Ref. [87] showed that a total of 64 angular
points × 17 energy point, i.e., 1044 data points were acquired simul-
taneously. This is a somewhat lower efficiency gain as for the first
demonstration of the W(0  0 1) electron mirror in combination with
monochromatic images from the electron microscope [86]. Never-
theless this represents a giant boost in spin detection efficiency for
ARPES experiments, compared to conventional single-channel spin
polarimetry. Detailed considerations of the detection efficiency will
be given below.

Besides the imaging spin filter, other approaches to com-
bine spin resolution with multi-channel detection exist. It was
demonstrated that ToF energy analyzer can be combined with a
conventional spin detector, for instance of the Mott type [93], or
using exchange scattering at the Fe(0 0 1)-p(1 × 1) O target [94].
Compared to the imaging spin-filter, only one coordinate axis,
the energy, is detected simultaneously, and the efficiency gain in
this 1D spin detection is typically two  orders of magnitude lower
that for 2D image spin detection. We like to note that this ToF
detection principle can be combined with almost any kind of spin-
polarimeter. In particular, a PEEM with a ToF energy analyzer [80]
or a momentum microscope with ToF energy separation [81,104]
might be combined with an imaging spin filter using the specular
reflection from a W(0  0 1) or Au/Ir(0 0 1) target. This will enable the
completely simultaneous 3D (kx, ky, EB) acquisition of spin resolved
data sets with more than 105 (kx, ky, EB) data points.

8.2. Spin-resolved photoelectron emission microscopy

An application that makes direct use of the imaging properties
and high efficiency of the imaging spin filter is spin resolved photo-
electron emission microscopy. Opposite to surface microscopy
techniques that probe the magnetic information in the excitation
step, like PEEM with X-ray magnetic circular dichroism (XMCD)
[95–97], or spin-polarized low-energy electron microscopy (SP-
LEEM) [98], the spin filtered PEEM provides a direct analysis of the
spin of the emitted photoelectrons. It therefore provides comple-
mentary information to element selective XMCD.

Spin filtered PEEM images can be measured in a momentum
microscopy setup like that shown in Fig. 20, when this instru-
ment is switched to image the microscopic real-space surface of
the sample, instead of the (kx,ky) momentum distribution. In this
way, spin-resolved micro-spectroscopy of the valence band region
becomes possible, with a typical PEEM resolution in the order of
<100 nm.  Fig. 24(a) shows an example of a spin filtered PEEM mea-

surement of an 8 ML  thick cobalt film on Cu(1 0 0) [86]. In that case,
the surface was excited with photon pulses from a femtosecond
laser source, while the non-linear 2-photon photoemission of the
resonant excitation through the spin polarized quantum well [99]
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a

b

Fig. 25. Spin averaged reflectivity (I/I0, left), and spin sensitivity (S, right) for dif-
ferent spin filter crystals, as a function of the electron scattering energy. (a) Curves
for the W(0  0 1) spin filter crystal with working points at a scattering energy of
26.5 eV and 30.5 eV [100]. (b) The same for the pseudomorphic monolayer of Au on
Ir(0 0 1) with working points at 10.25 eV and 11.50 eV [88]. These working points
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ere selected by considering (1) small mutual energy difference, (2) high spin sen-
itivity with plus and minus sign and (3) much higher reflectivity compared with
hose at higher scattering energies (Fig. 26).

tate was detected. Due to the high spin-asymmetry of 42% of the
(0  0 1) mirror, the magnetic domains are directly visible in the

ntensity image as a black-white contrast. The intensity profile in
ig. 24(b) reveals the intensity difference between the magnetic
omains A and B. The measured width of the transition of 500 nm

s limited by the domain wall width in the cobalt film, which is
haracterized by a low magnetic anisotropy.

.3. Types of scattering targets for the imaging spin-filter and
heir properties

The first demonstration of imaging spin-filters used a clean
(0  0 1) single crystal surface as the electron mirror. Fig. 25(a)

hows the variation of the spin-sensitivity (S) and the spin-
veraged reflectivity R = I/I0 as function of the scattering energy.
rom these curves, two working points at 26.5 eV and 30.5 eV with

 high reflectivity were identified. It was shown that quantitative
pin-resolved data can be obtained by measurements at both work-
ng points, switching S between 42% and 5% [100]. We  note that at

S = 26.5 eV the reflectivity was found to be 1.2%, such that a single-
hannel figure of merit of f0 = S2R = 2.1 × 10−3 was found. This value
s already one order of magnitude larger than widely used Mott- or
onventional SP-LEED analyzers. With a total number of N = 3800
and Related Phenomena 200 (2015) 119–142

resolvable image points, an effective 2D figure-of-merit F2D = 8.0
was obtained. The use of clean W(0  0 1) is, however, connected
with the practical inconvenience that it requires frequent clean-
ing of the surface due to hydrogen adsorption which degrades the
spin analyzing power [52,53].

By using an Ir(0 0 1) single crystal, the lifetime of the spin filter
between preparation cycles could be considerably improved [90].
Recently, high spin-polarization together with a high reflectivity
was reported for the elastic electron reflection at an Ir(0 0 1) surface,
which was passivated by a pseudomorphic monolayer of Au [91].
The preparation of this Au monolayer follows a straightforward
procedure by deposition of Au onto the clean Ir(0 0 1) − 5 × 1. In an
annealing step, the excessive amount of Au is desorbed such that
only the stable monolayer is left on the surface, which has a higher
desorption temperature. The pseudomorphic monolayer is char-
acterized by an unreconstructed (1 × 1) diffraction pattern. Under
UHV conditions, a long term stability of the Au/Ir(0 0 1) surface over
more than 6 months was reported [88].

Fig. 25(b) shows the measured reflectivity and asymmetry for
this Au/Ir(0 0 1) spin filter. This reveals a very favorable property
of this system: A high spin sensitivity is connected with the rever-
sal of the sign from −60% to +60% within the energy interval from
10.25 eV to 11.5 eV. It was found that the sign reversal at these
energies is related to an interference of scattered LEED beams at
the surface barrier [88]. The reflectivity at these two asymmetry
maxima is 1.3% and 2.2%, respectively. This is considerably bet-
ter than for W(0  0 1), increasing the figure-of-merit of f0 ∼ 7 × 10−3

per point, which is among the highest values reported so far for
single-channel detectors. With a momentum microscope setup as
in Fig. 20, spin resolved images with 5000 resolvable points were
demonstrated, which results in an effective F2D = 37 [8,88]. We
also note the additional advantage of the reversal of the sign of
the asymmetry within a small energy interval. Subsequent mea-
surements at two  scattering energies facilitates the quantitative
analysis of spin-resolved momentum images. Due to the sharp
polarization peaks, this working point can be efficiently used for
the acquisition of monochromatic images.

So far, the imaging spin-filters used a scattering geometry with
an angle of incidence around 45◦. However, there is no fundamen-
tal restriction to this particular angle. As the maxima and minima
in intensities and asymmetries are governed by multiple scat-
tering of the low-energy electrons, there exists a rich landscape
of such pronounced maxima and minima, which is not straight-
forward to predict. Two-dimensional energy vs. angle landscapes
can be obtained using a spin-polarized electron diffraction setup
consisting of a spin-polarized electron source [101], a goniome-
ter for the crystal and a movable detector. Such measurements
were performed for clean W(0  0 1) [102], Fe(0 0 1)-p(1 × 1) O [57],
and Au/Ir(0 0 1) [91]. Fig. 26(a) and (b) shows such measure-
ments for the 1 ML  Au/Ir(0 0 1) system. In the spin asymmetry
we find numerous regions of high positive and negative asymme-
try. This map  shows that also regions exist where the asymmetry
does not change for lager energy intervals. Such regions might
be interesting in combination with conventional ARPES analyzers
or ToF spectrometers where a larger energy window needs to
be transmitted, than for monochromatic images of a momentum
microscope.

Fig. 26(c) and (d) shows the same values calculated in a
spin-polarized relativistic layer Korringa–Kohn–Rostoker (KKR)
approach [103]. The theory shows remarkable agreement with the
experimental results, reproducing even tiny features and the points
of reversal of the asymmetry. This is particularly useful for a better

understanding of the underlying electron scattering. In the future,
this will lead to further improvements of the detection efficiency of
the imaging spin-filters, for instance by the search for new target
materials and optimizing scattering conditions.
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Fig. 26. Specular reflection of spin-polarized electrons from a pseudomorphic monolayer of Au on Ir(0 0 1) as function of scattering energy and polar angle of incidence on
the  crystal surface along the azimuth. (a) and (c) reflectivity I/I0. (b) and (d) spin sensitivity S. The left panels (a) and (b) show the experimental results and the right panels
(c)  and (d) calculated maps by means of a relativistic layer Korringa–Kohn–Rostoker (KKR) approach [91].
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.4. The measurement principle using imaging spin-filters

After the spin filter, typically two detector arms are used. In
he straight-through direction, the detector records spin integrated
mages. For this purpose, the spin-filter crystal is mounted on a
etractable manipulator, such that it can be removed from the beam
ath (Fig. 20). In that case, with a proper design of the electron
ptics there is no deterioration of the image resolution compared
o a system which does not include the spin-filter part. For spin
ltered measurements the detector arm at the angle of 90◦ is used.
s noted above, the spin selective reflection at the crystal surface

eads to a variation in the intensity at the detector depending on
f the spin is pointing up or down along the quantization axis P. As
or spin-orbit scattering in general, this quantization axis is aligned
erpendicular to the scattering plane spanned by the incoming-
nd reflected-beam directions [4].

This situation is somewhat different from the widely used
ott- or conventional SP-LEED detector that have two  electron

ounters, one having a higher (lower) sensitivity for the spin-up
spin-down) direction (Fig. 12). In the case of imaging spin-filters,
e need in general two measurements to extract the informa-

ion about the photoelectron spin-polarization. This is similar to
ingle-channel detectors based on the exchange scattering princi-
le, where the magnetization direction of the target can be reversed
Fig. 13), whereas this is obviously not possible for spin-orbit
cattering.

An obvious solution for that issue would be to take two images,
ne at the spin-integrated and one at the spin-filtered detector arm.

 second possibility would be to install a third detector arm in the
pposite scattering direction, such that the spin-orbit asymmetry

ets reversed. While both of this solutions would allow the extrac-
ion of quantitative spin information, they require mechanical
ealignment between the measurements and use different detec-
ors with possibly different sensitivities. Then as in other detectors
that use different electron path and detectors for spin-up and
spin-down electrons, systematic instrumental asymmetries are
induced [6].

A more practical solution to quantitatively determine the total
intensities and the spin polarization at every point of the spin-
resolved image was introduced in Ref. [100]. This procedure makes
use of the variation of the spin-sensitivity as a function of the
scattering energy. In Fig. 25, we already showed these curves for
W(0 0 1) and Au/Ir(0 0 1) spin-filter targets. For the latter one, we
see that the spin-sensitivity even can be reversed by changing the
scattering energy by only 10%. Images that contain mostly spin-up
or mostly spin-down partial intensities therefore can be recorded
one after the other by changing the Au/Ir(0 0 1) potential. A practi-
cal advantage is that all electrons travel along the same path inside
the electron optics, and the same detector is used.

Fig. 27(b) and (c) shows the camera images that were recorded
in the spin filtered detector arm after the electrons were reflected
from a 1 ML  Au/Ir(0 0 1) surface [88]. This measurement, acquired
with the momentum microscope setup in Fig. 20, shows the Fermi
surface map  of the surface state on Au(1 1 1). The surface state is
separated into two rings due to the Rashba type spin-orbit splitting.
It is well-known that the spin-polarization vectors run along two
circles in opposite sense, lying in the surface plane [78,79]. The
images (b) and (c) were recorded at different scattering energies
that correspond to negative or positive spin-sensitivity. We  note
that the sample was illuminated by a laboratory gas discharge
lamp (He-I line) and each image was  only integrated for 15 min.
Due to the large spin-sensitivity of the Au/Ir(0 0 1) surface in the
order of ±65%, the contrast is reversed between the images (b)
and (c) and they are closely related to the spin-resolved partial

intensities. This is, however, only an approximation, and a general
procedure to derive quantitative results was introduced in Ref.
[100]. For this procedure, two  measurements are taken, one at
the low (l) and one at the high (h) scattering energy. In the above
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Fig. 27. (a) Spin resolved Fermi surface map  of the Rashba split surface state of Au(1 1 1) with respect to the quantization axis indicated by P. Note the two-dimensional
c pin-po
s  [88].

e
r
I
a

I

a

I

i
c
t
b
u
q

P

a

I

w
t
t
g

olor  code for intensity and spin polarization. (b) Intensity distribution after the s
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xample, this corresponds to the image at 10.25 eV and 11.5 eV,
espectively. When the photo current at each image coordinate is
0(x,y) and the spin polarization is P(x, y), the intensity measured
t both scattering energies is

l(x, y) = I0(x, y) [1 + SlP(x, y)]Rl(x, y) (8.1)

nd

h(x, y) = I0(x, y) [1 + ShP(x, y)]Rh(x, y) (8.2)

It was demonstrated that the spin sensitivity Sl,h at both work-
ng points of the W(0  0 1) and Au/Ir(0 0 1) spin filter targets does not
hange significantly over the image, while the spin-averaged reflec-
ivity Rl,h(x,y) is a position dependent quantity. The Rl,h(x,y) can
e determined in situ, for instance, by measuring distributions of
npolarized electrons. Solving Eqs. (8.1) and (8.2) for the unknown
uantities I0 and P, we arrive at

(x, y) = Jl(x, y) − Jh(x, y)
SlJh(x, y) − ShJl(x, y)

(8.3)

nd

0(x, y) = SlJh(x, y) − ShJl(x, y)
Sl − Sh

, (8.4)
here Jl,h = Il,h/Rl,h is the measured intensity image Il,h normalized
o the reflectivity reference image Rl,h for the low (l) or high (h) scat-
ering energy working point, respectively [8]. We  note that this is a
eneralized expression compared to the asymmetry, A, introduced
larizing mirror at 10.25 eV scattering energy (c) Intensity distribution at 11.50 eV

earlier (see Section 6). For instance, if we take the indices l and h
as the left and right detectors of a conventional Mott or SP-LEED
type detector, the reflectivity would become to Rl = Rh = I/I0, and
the spin-sensitivity would become Sl = −Sh = S (note the opposite
sign). Inserting this in Eq. (8.3) results in the well known expression
P = A/S, with the measured asymmetry A. This, however, neglects
instrumental asymmetries that are present in real systems. In con-
ventional spin detectors such as Mott or SP-LEED type, for example,
equality of intensities and spin-sensitivities cannot be assumed, in
general. In practice, Mott-type detectors are particularly sensitive
for instrumental asymmetries due to their low value of the Sher-
man  function. Then corrections have to be made experimentally
by a proper calibration procedure [93]. In the case of the imaging
spin-filter, on the other hand, instrumental influences of R and S
are already included in Eqs. (8.3) and (8.4), such that no further
corrections are required.

Fig. 27(a) shows the intensity and spin-polarization of the
photoelectrons leaving the crystal with the component of the polar-
ization vector along the direction of the P-arrow. This is the result
after the analysis, where we employ a 2D color code for the inten-
sity and the degree of polarization. Note that we see two circles of
varying color and intensity. The colors are opposite in the left and
the right halves and fade out in color along the vertical line in their

middle. This indicates that the electrons with kx = 0 have a vanish-
ing spin-polarization projection along the P direction whereas the
electrons with ky = 0 have a maximum projection, changing sign on
going from negative kx to positive kx.
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.5. The efficiency of multi-channel and imaging spin-filters

The most important reason to use imaging- or other multi-
hannel spin-filters is to realize a high gain in efficiency that speeds
p the collection of spin-resolved data. It is of course interesting to
uantify the gain in efficiency, comparing different kinds of detec-
ors. For single-channel detectors, the efficiency is expressed by the
gure-of- merit, f0 = S2I/I0. This number can be interpreted as the
ate at which experimental data points are collected, compared to
he collection of one spin-averaged data point with the same statis-
ical error. Namely, the acquisition time of a single data point needs
o be increased in the spin-resolved experiment. For instance, when

 spin-averaged data point is acquired in the time t0, acquisition of
he spin-resolved data point takes a time t = t0/f0. The figure-of-

erit is usually a small number f0 = 10−4–10−2 for single-channel
etectors.

When we replace the single-channel detector by a large number
N) of (virtual) detectors, each of this N detectors will acquire one
ata point during the time t. While each of the channels is char-
cterized by the respective single channel efficiency f0, the rate at
hich experimental data points are collected is increased by the

actor of N. Therefore, the efficiency F2D of the imaging detector was
efined as the rate at which data points are collected: F2D = (t0/t) N.
ith f0 = t0/t from above, we can write this 2D detection efficiency

s:

2D =
〈
f0
〉
N, (8.5)

here 〈f0〉 denotes the average f0 over the complete image. We
ote that a single- channel detector with N = 1 will have a detection
fficiency of F2D = f0. Therefore, we can directly compare the effi-
iency of different detectors to record a 2D data set. For instance,
he measurement of a 2D intensity distribution–which can be a
B(kx,ky) map, or a (EB,�) distribution, or a PEEM image—using a
etector with F2D = 8 [86] is 8 × 104 times faster than the measure-
ent of the same image using a Mott detector with f0 = 10−4 in

canning mode. We  note that this comparison assumes that the
ingle-channel detector is set to the same resolution as for the
easurement with the 2D detector. In a practical case, however,

he low efficiency of a single-channel detector usually requires a
ompromise in resolution setting in order to perform the realistic
easurement. Therefore the use of an imaging spin-filter will result

n a much higher resolution, under practical conditions.
The channel number N should be understood as the number

f statistically independent data points that are collected within
ne image. For instance, in Ref. [87], 64 points in the � coordinate,
nd 17 points in the energy scale were resolved simultaneously,
esulting in N = 1044. In Ref. [86], 70 points over the diagonal of a
EEM image were resolved, which results in N = 3800 in the circular
eld of view. As a general expression, the number of channels in an
—dimensional dataset can be written as:

 =
n∏
i=1

�Xi〈
dXi

〉 · ˝,  (8.6)

here �Xi is the simultaneously acquired interval along the coor-
inate axis Xi (this can be one of E, �, x, y, kx, ky, etc.), and 〈dXi〉

s the average resolution along this axis. The total N is derived by
ultiplying the point numbers of the individual multichannel coor-

inate axes Ni for i = 1 to i = n. The additional factor  ̋ accounts
or the shape of the image, i. e., 1 for a rectangular field of view,
/4 for a circular field of view, etc. This consideration shows that
 detection efficiency, FnD, can as well be defined for other multi-
hannel detectors. Examples are one-dimensional detectors like the
oF type [93,94], or 3D detectors like a combination of ToF with an
maging spin-filter [104].
and Related Phenomena 200 (2015) 119–142 139

9. Conclusion and prospect

By today, conventional ARPES spectrometers are based on a sin-
gle HDA, where a 2D detector simultaneously records the binding
energy EB and emission angle � along a certain direction. After con-
verting � to the surface parallel momentum kx,y, the band dispersion
is obtained along one crystal axis. In addition to the numerical treat-
ment of the data to obtain kx,y from �, a major limitation of this
conventional approach is that large regions of the surface Brillouin
zone in the (kx,ky) plane cannot be easily covered. Such measure-
ments usually require time-consuming mechanical rotation of the
sample or analyzer, and accuracy and reproducibility as well as
maintaining a fixed position of the focused photon beam on the
sample pose major experimental challenges.

The concept of momentum microscopy, as discussed in Sec-
tions 7.1 and 7.2, uses a different approach than the conventional
ARPES: Based on the electron optical properties of a PEEM lens,
electrons emitted from the sample surface in all directions are
simultaneously collected, and imaged on the 2D detector. These
“momentum images” are always scaled linearly in the kx and ky

coordinates, and represent a direct view of the reciprocal space,
for instance, as a section through the Fermi surface of the sample.
As no mechanical movements of the sample are required, more
than the complete surface Brillouin zone can be simultaneously
covered in a single acquisition, keeping the beam spot exactly at
the same sample position, and enabling experiments with high spa-
tial resolution. The selection of EB is accomplished by an imaging
energy filter, which is commonly an S-type arrangement of two
HDAs. By scanning the exit electron energy, EB(kx,ky) maps can be
obtained with high k resolution of <5 × 10−3 Å−1 and high energy
resolution of 12 meV  over a wide energy- and momentum-space
owing to the low image aberration. As a great advantage of this
type of instrument, the momentum resolution does not become
worsened even when the h� is increased to soft and hard X-ray
regions. Also many other types of imaging energy filters can be
effectively used for momentum microscopy. A particular example
is the ToF analyzer which can be used in connection with pulsed
photon sources (e.g. laser, synchrotron radiation). In the case of ToF,
resolution better than 10 meV  can be expected. In practical terms,
the cost (size and weight) of a ToF analyzer is usually much cheaper
(smaller and lighter) than other imaging energy filters, and trans-
portation between synchrotron radiation facility and laboratory
becomes easier.

Although the detection of the photoelectron spin attracted many
scientists for more than half a century [4], the low detection effi-
ciency hindered its progress until recently till the high accuracy
and high efficiency detection of the momentum dependent spin
of photoelectrons became feasible. In order to compensate the
low detection efficiency, the spin measurement of the photoelec-
trons was  often performed without paying attention to the angular
(momentum) resolution in the initial stage. The figure of merit
f0 for the single channel spin detection was up to 10−4 for few
decades as shown in Fig. 28, where the evolution of the spin detec-
tion efficiency of various detector technologies over the past 5
decades is illustrated. The effective detection efficiency of the con-
ventional single channel or 0D (zero-dimensional) detectors, like
Mott, SP-LEED, or exchange scattering detectors, is equal to their
Figure of merit, f0. For multichannel detectors like the 1D ToF-
or 2D imaging-spin detectors, the effective efficiency is the mul-
tichannel efficiency, F1D or F2D. We note that the efficiency of spin
detection has increased by more than 5 orders of magnitude since
the first introduction of Mott detectors to photoemission spec-

troscopy. Mott detectors, which have the lowest efficiency among
these detectors are still the most commonly used type of spin detec-
tor in electron spectroscopy. The reason is their stable operation
for a long period without deterioration and ease of use. Up to now
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Fig. 28. Evolution of spin detection efficiency. Symbols show the effective fig-
ure  of merit FnD . F0D (n = 0: zero-dimensional) corresponds to f0 of single-channel
detectors based on Mott-, SP-LEED- and exchange-scattering. F1D to detectors as
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ime-of-flight (ToF) energy analyzer, and F2D to imaging spin filters. Data from Refs.
5,7,8,55,86,87,93,94,106–113]. In cases where the multi-channel efficiency was  not
iven, it was estimated from the data provided.

any Mott detectors of different designs were sold as commer-
ial add-ons for electron spectrometers. Nevertheless, the need
or improved spin detection efficiency for applications in high-
esolution spectroscopy and SP-ARPES triggered the development
f new detection schemes, like the SP-LEED detector or detec-
ors based on exchange scattering from ferromagnetic materials.
n fact, f0 is nowadays much increased beyond 10−2 by using such

 new target as Fe(0 0 1)-p(1 × 1) O, where the spin sensitivity is
overned by exchange scattering. The useful lifetime of this spin
etector is also prolonged for more than a month, and this detector

s now very user-friendly.
In accordance with the increase of f0 by 2 orders of magni-

ude in the recent decade, the angle resolved measurement of the
pin of photoelectrons, called SP-ARPES, is becoming very popular
owadays to study the spin texture of materials like topological

nsulators [45,60]. Still the SP-ARPES by single-channel detection
equires ∼5 orders of magnitude longer measuring time than high-
esolution ARPES without spin detection. How to improve spin
etection efficiency was an important subject for decades of many
cientists interested in SP-ARPES.

However, a tremendous boost of the efficiency of spin detec-
ion is triggered with the introduction of multi-channel detection.
D detectors with ToF analyzers measure many energy channels
imultaneously, resulting in an efficiency gain of 1–2 orders of mag-
itude, and 2D imaging detectors which measure a complete (E,�)
r (kx, ky) image with an efficiency gain of 3–4 orders of magnitude
igher than the single-channel spin detection. We  note that values
nD > 1 mean that these detectors are even more efficient than an
ideal” single-channel detector (like a hypothetical Stern–Gerlach
pin separator) that would perfectly separate an electron beam in
pin-up and spin-down without loss of intensity. More practically
peaking, this also means that a spin resolved measurement with

 2D spin filter today is even faster than a spin-averaged measure-
ent with a channeltron type detector in scanning mode, as it was

sed in early days of electron spectroscopy.
When an imaging spin filter such as Au/Ir(0 0 1) is combined

ith the momentum microscope, spin polarization at each (kx,ky)

an be experimentally measured. Since the spin detection efficiency
ecomes N (number of total (kx,ky) channels) times larger than f0,
D spin detection efficiency F2D can easily be more than 5 orders
f magnitude higher than the case of single channel detection by
and Related Phenomena 200 (2015) 119–142

a Mott detector and more than 3 orders of magnitude higher than
the spin detection by a Fe(0 0 1)-p(1 × 1) O detector. Although the
measurement of SP-ARPES by use of W(0  0 1) and/or Au/Ir(0 0 1)
detectors has been performed from 6 eV up to low h� soft X-ray
region so far, there is no essential difficulty to extend its use to high
h� soft X-ray region and even to the hard X-ray region. Even though
the photoionization cross sections of various orbits decrease dra-
matically with h� beyond few hundreds eV as explained in Sections
3 and 4, the high F2D of this type of instrument will overcome this
difficulty and enables one to do a high accuracy SP-ARPES in the
soft X-ray and hard X-ray regions.

Nowadays, the difference between the spin polarization in the
initial state and the photoelectron spin is under a hot debate [105].
Therefore full utilization of the polarization of the incident light (left
and right-handed circularly polarized light as well as two orthog-
onally polarized lights) of the synchrotron radiation and the lasers
will be required for detailed studies. Although the angle of inci-
dence of the excitation light has often been not normal to the
sample surface and off the axis of the input lens attached to the
electron energy analyzer, one can even excite the photoelectrons
under normal incidence, i.e., parallel to the input lens axis, in the
case of the instrument described in Fig. 20. With the high symmetry
of such experimental setup, the effect of photo- excitation to the
photoelectron spin will simply be clarified, and the genuine initial
state spin will be experimentally revealed.

In the future, the full three-dimensional (3D) and simultaneous
detection of (EB, kx, ky) by the combination of momentum micro-
scope, ToF energy analyzers and imaging spin filter will boost the
efficiency by another 1–2 orders of magnitude, and spin resolved
band structure measurements will be finally as efficient as today’s
best performing spin-averaging experiments. Instruments using a
ToF energy analyzer are useful for pulsed light sources with short
pulse width, facilitating dynamical studies of the electronic struc-
ture, including the electron spin. On the other hand, dispersive
imaging energy filters, such as the double HDAs, are extremely use-
ful for CW or quasi-CW light sources, where spin resolved studies
with high energy and momentum resolution become possible. A
new era of spin resolved photoelectron spectroscopy will be started
soon and detailed full information on electron spin in the form of
Px,y,z(EB(kx,ky,kz)) will become available for many materials, pro-
moting the nanospintronics in the near future.
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