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Single-crystal magnetotunnel junctions
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We have grown epitaxial single-crystal magnetotunnel junctions using Fe~001! substrates,
MgO~001! spacers and Fe top electrodes. We have used scanning tunneling microscopy and atomic
force microscopy to measure the tunneling characteristics as a function of position and demonstrated
that local tunneling can be obtained such that the buried MgO can be characterized with nm
resolution. LocalI (V) curves revealed that most of the area had intrinsic tunneling properties
corresponding to the proper MgO tunneling barrier. A small fraction of the scanned areas showed
localized spikes in the tunneling current which are most likely caused by defects in the MgO.
© 2001 American Institute of Physics.@DOI: 10.1063/1.1342778#
-
e
Th
n
n

de
g,
tu
on

i
-

ie
p
du
d
in

as

F
o

c-

th
ig

y
un

nm

e
o

n
l

D
low
s-
ng
,

le

fit
the

to
e

ti-

Mg
d a
e

er

the
es
n-
ic

ring
Magnetotunnel junctions~MTJs! of high magnetoresis
tance~MR! at room temperature1 are a part of an extensiv
effort to develop magnetic random access memories.
performance of MTJs using polycrystalline electrodes a
amorphous Al2O3 barriers, however, is governed by resona
tunneling through a large number of poorly understood
fects in the barrier.2 Tunneling proceeds by random hoppin
such that the intrinsic properties related to the band struc
of the materials are washed away and in addition a str
drop of the magnetoresistance with applied voltage
observed.3 For single crystalline junctions with perfect insu
lating barriers, however, the intrinsic tunneling propert
can be studied. A magnetoresistance of several hundred
cent has been predicted for perfect Fe/MgO/Fe junctions
to band structure effects.4 MTJs using MgO have enjoye
only limited success. Studies using polycrystalline MgO
dicated a low tunneling barrier of'0.9 eV ~Refs. 5–7!
pointing at a high density of defects in the barrier. It w
shown that one can grow epitaxial films of MgO~001! on
Fe~001! substrates.8,9 Keavney et al.10 prepared crystalline
epitaxial Fe/MgO/Fe~001! trilayers using MgO~001! sub-
strates. Unfortunately, pinholes due to a rough bottom
layer resulted in shorts in the junction. To allow studies
intrinsic tunneling in crystalline and flat Fe/MgO/Fe jun
tions, we have grown Fe/MgO/Fe~100! junctions by molecu-
lar beam epitaxy~MBE! or pulsed laser deposition~PLD! of
MgO and Fe on polished single crystal Fe~100! substrates
and Fe whiskers and have characterized the quality of
MgO barrier locally. Fe surfaces were cleaned in ultrah
vacuum ~UHV! by Ar1 sputtering and annealing11 until
sharp low energy electron diffraction~LEED! patterns were
obtained @see Fig. 1~a!# and Auger electron spectroscop
showed only minor contamination by carbon. Scanning t
neling microscopy~STM! images~not shown! revealed flat
surfaces with atomic terraces of typically more than 50
width for polished surfaces and 1mm for whiskers. After
substrate preparation, MgO was deposited at room temp
ture in the same UHV chamber by MBE or PLD at a rate
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'1 monolayer~ML !/min. Reflection high energy electro
diffraction ~RHEED! ~not shown! and LEED patterns revea
that MgO grows pseudomorphically on Fe~100! up to 7 ML
coverage with MgO@110# parallel to Fe@100# @see Fig. 1~b!#,
resulting in 3.5% lateral compression of MgO. The LEE
spots for MgO and Fe surfaces are equally sharp, with a
background intensity, indicating that the MgO film is cry
talline, flat and of high quality. Further, we observe stro
RHEED intensity oscillations during both MBE and PLD
indicative of layer-by-layer growth throughout the who
deposition procedure.12,13 Upon deposition of'7 ML the
strain in MgO is partially released by the formation of mis
dislocations which cause a characteristic splitting of
LEED diffraction peaks.8,12,13 All MgO thicknesses used in
this study were below the onset of misfit dislocations
minimize the effect of lattice defects on tunneling. Th
height of the tunneling potential barrier in MgO was es
mated from ultraviolet photoemission spectra.12 From the
measured energy difference of 4.2 eV between the upper
1s/O 2p valence band edge and the Fermi level of Fe an
7.8 eV band gap in MgO,14 a barrier height of 3.6 eV can b
estimated.

We have studied the morphology of the MgO films aft
deposition by STM@see Fig. 2~a!#. The topographic image
was taken at 4.2 V such that the electrons tunnel into
conduction band of MgO. The STM image shows, besid
the structure of the MgO film, also the structure of the u
derlying Fe substrate, which displays large monoatom
square vacancy islands due to the preparation by sputte

FIG. 1. LEED diffraction spots taken at the energies indicated:~a! clean
surface of a Fe~001! whisker; ~b! after deposition of 5 ML of MgO~001!.
© 2001 American Institute of Physics
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t t
and annealing. The small MgO islands show monoato
steps of the expected height of 0.2 nm and only three o
layers at coverage of 3.9 ML. The third atomic layer of t
MgO film is completely closed and the fourth is close
completion as expected for layer-by-layer growth at this c
erage. Only a small amount of material is found in the fi
layer, indicating a minute deviation from ideal layer-by-lay
growth@see also the inset of Fig. 2~a!#. The root mean squar
~rms! roughness of the film is well below 0.1 nm. The ave
aged tunneling spectra of the three different ticknesses w
taken by STM and are shown in Fig. 2~b!. The tunneling
spectra are highly asymmetric due to the asymmetry of
tunneling structure. At negative voltages only a small curr
tunnels from the valence band of MgO into the tip, char
teristic of an insulating barrier. At positive voltages just b
low 4 V the thinner areas show higher currents tunnel
from the tip into MgO than the thicker areas, indicative o
lower barrier thickness and/or lower barrier height. A mo
detailed analysis will be presented elsewhere.12 We have re-
corded tunneling spectra for each individual pixel of t
STM image of Fig. 2~a!, giving a map of the local charac
teristics of the barrier. Figure 2~c! shows the current at24.5
V as a function of position. Most of the area shows lo
currents~displayed in gray!. The averaged spectrum of th
gray area is displayed in Fig. 2~d!. It shows small currents a
negative voltages, in agreement with the spectra of the th
different thicknesses in Fig. 2~b!. A small fraction of the
area, however, shows higher currents of up to 200 pA. Th
areas appear as localized spikes of several nm diameter i
conductance and are plotted in black. They are not correl
with the topography, i.e., they are not related to a loca
thinner oxide film. An averaged spectrum of the spikes
displayed in Fig. 2~d!. Also at positive voltages, these loca
ized spikes show higher currents. From this we conclude
the spikes are not caused by a thinner oxide film but b

FIG. 2. ~a! Morphology of 3.9 ML MgO on Fe~001!, ~b! tunneling spectra
as a function of oxide film thickness,~c! map of the tunneling current of the
same area at24.5 V, and~d! tunneling spectra of low current areas an
black spots. STM feedback parameters: 4.2 V, 0.8 nA. The inset of~a!
shows the topography magnified by a factor of 2.
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lower tunneling barrier most likely due to localized states
the band gap of the barrier material.

To study the local properties of complete MTJs, we d
posited a Fe top electrode onto the insulator either by M
or PLD. In agreement with the literature,10 we found with
LEED and RHEED that the Fe films grow epitaxially on th
MgO film, i.e., fully crystalline MTJs are achieved. Figur
3~a! shows the morphology of the top electrode of 5 ML F
deposited at room temperature by PLD onto 2 ML Mg
Due to the lower surface free energy of MgO in comparis
to that of Fe, the Fe film does not grow in layer-by-lay
fashion but shows a somewhat higher rms roughness
'0.1 nm. Nevertheless, at 5 ML coverage, the Fe film
posited by PLD is completely closed. Interestingly, tunneli
spectroscopy on the top electrode also displays local sp
of higher conductance similar to uncovered MgO films@see
Fig. 3~b!#. These spots are not related to the topography
are not observed in Fe films deposited directly onto a m
substrate, i.e., the spikes are related to the underlying o
barrier. In Fig. 3~c! the tunneling spectra at the position
the spikes and of the homogeneous areas are shown.
display the same characteristics as those obtained on the
MgO. The ability to observe defects in the MgO barri
through the Fe cover points to a considerable fraction
electrons being ballistically transmitted through the Fe fi
and the buried MgO. If electron transport in the Fe fil
proceeded entirely diffusively, the tunneling probability a
by this the tunneling current would be determined only
the tunneling between the tip and the top electrode. The e
trons that tunnel from the tip into the top electrode wou
diffuse into the conducting top electrode and tunnel in
second step through the MgO at an arbitrary position.
lateral variations of the tunneling spectra should be obser
in that case. If, however, there is an additional ballistic ch
nel for the electrons, the properties of the MgO film und
neath the tip also determine the total tunneling current

FIG. 3. ~a! Morphology of 5 ML Fe on 2 ML MgO on Fe~001!, ~b! map of
the tunneling current of the same area at23.0 V, and~c! tunneling spectra
of low current areas and black spots. STM feedback parameters:~a!–~c! 3.0
V, 0.1 nA. ~d! Map of tunneling current at22 V of 20 ML Au on 20 ML Fe
on 4 ML MgO on Fe~001!. STM feedback parameters: 1.3 V, 0.4 nA.

o AIP copyright, see http://ojps.aip.org/aplo/aplcpyrts.html
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lateral variations of the tunneling spectra are observed. F
the large difference in the local spectra@see Fig. 3~c!# one
can conclude that the fraction of the ballistic electrons
considerable. This is in agreement with the low thickness
the top electrode. The hot electrons reaching the MgO fi
are transmitted through the MgO with a relatively high pro
ability when their energy is close to the local barrier heig
of MgO. By this, small variations of the local barrier heig
lead to strong variations of the tunneling current. Th
mechanism allows the characterization of complete M
with thin top electrodes and in principle enables one to st
the role of local defects on the MR of MTJs. From mappi
of the local currents one can readily conclude that the c
centration of defects in the MTJ structure is low. The stru
tures grown are not only of high crystalline quality but al
of high electrical quality.

Similar local spikes in the conductance could also
observed, if the Fe/MgO/Fe~001! tunneling junction is cov-
ered by 20 ML of Au@see Fig. 3~d!#, in agreement with the
large mean free path of ballistic electrons in Au of the ord
of 30 nm.15 This in principle allows theex situcharacteriza-
tion of junctions that are covered by a thin protective lay
against oxidation. In the presented localI (V) measurements
the STM was operated in the constant current mode to
position the tip at a specific distance in front of the top el
trode before the feedback loop was opened and the l
I (V) spectra were recorded at that fixed tip to sample d
tance. As a consequence of the positioning of the tip in
constant current mode, all localI (V) spectra go through a
common point which is set by the parameters used for st
lizing the tip in the topography mode. Local variations of t
conductance are regulated away at this particular voltage
local variations of the oxide barrier only show up in th
shape of theI (V) spectra. We alternatively used an AF
with a conducting tip to carry out characterization of go
covered MTJs grown on Fe whiskers.16 This has the advan
tage that the spikes in the conductance cannot only be se
the localI (V) characteristics but also directly in the curre
at a fixed voltage. During measurements of the tunne
current, the AFM was in dynamic contact mode. At the sa
time, the current between the conducting tip and the sam
was measured. Analogous to the spots observed in tunne
spectroscopy with a STM we found spikes of higher cond
tance which appear both in variations of the localI (V) spec-
tra and as spikes in the tunneling current at a fixed voltag16

However, the transport mechanism of the electrons from
tip into the topmost metallic layer is unclear. A hint about
can be obtained from the shape of theI (V) curves displayed
in Fig. 4. The experimental curve can be fitted excellently
hot electrons tunneling through a square barrier17 of 1.02
60.18 nm width and 3.760.1 eV height~see the solid line in
Fig. 4!, in good agreement with the nominal thickness of t
MgO film of 1.05 nm and barrier of 3.6 eV. Assuming th
the Fermi level of the top electrode is pulled up by the AF
tip, i.e., Simmons’ rule applies,18 results in a very poor fit of
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the barrier height of 1.860.1 eV and a width of 1.33
60.03 nm. This indicated that most likely the electrons tu
nel through a negligible barrier from the AFM tip into th
top layer, producing hot electrons in the MTJ.

In conclusion, we have produced single crystalline a
flat tunneling junctions and have presented a method
which to study the buried oxide film with tunneling spectro
copy. The density of electronic defects in the barrier is lo
indicating high electrical quality of the junctions. Th
method should be generally applicable to study the quality
the barriers in tunneling junctions, as long as the scatterin
the topmost electrode is kept low by using a thin electrode
an electrode of high crystal perfection.

One of the authors~B.H.! acknowledges support by th
Alexander von Humboldt Foundation.
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