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Structural and magnetic properties of self-assembled Co nanorods on a Cu�110�-�2�3�N surface have been
investigated by low-energy electron diffraction �LEED�, Auger-electron spectroscopy �AES�, magneto-optical
Kerr effect �MOKE�, and x-ray magnetic circular dichroism �XMCD�. The LEED observation confirms that the

Co nanorod grows epitaxially along the �11̄0� axis and its interval exhibits the �1�6� periodicity. The AES
clarifies that the N atom locates always at the surface even after 5 monolayer �ML� Co deposition. Angle
dependent magnetization curves of the Co nanorods recorded by MOKE and XMCD show that the magnetic
easy axis is perpendicular to the rod within the substrate plane, irrespective of the Co thickness down to 0.8
ML. This implies that the magnetic anisotropy is not dominated by the shape anisotropy but by the magneto-
crystalline anisotropy. The XMCD sum-rule analysis reveals significant enhancement of the orbital magnetic
moment along the easy axis compared to the hard axes. The magnetocrystalline anisotropy is found to be
directly related to the anisotropy of the orbital magnetic moment.
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I. INTRODUCTION

Magnetism of low-dimensional materials is one of the
most attractive current issues because of technological re-
quirements for higher density recording media as well as a
fundamental interest in particle size effects on the magnetic
properties. Several pioneering works concerning magnetism
of nanodots, nanopillars, and nanorods on the surfaces of
well-defined single-crystal substrates have been published so
far.1–9 Gambardella et al.1 reported one-dimensional ferro-
magnetism of Co atomic chains grown on a Pt�997� stepped
surface. They also observed peculiar magnetic anisotropy of
the atomic chains that shows perpendicular magnetization
with respect to the chain axis.2 Elmers and co-workers3,4,6

investigated Fe one-layer ribbons on stepped W�110�, which
shows the two-dimensional property from the critical behav-
ior close to the Curie temperature.

Recently, York and Leibsle10 discovered self-assembled
growth of well-extended Co nanorods on Cu�110�-�2�3�N
by the scanning tunnel microscopy �STM� measurements.
The Co nanorods are extended along the �11̄0� direction with
six times intervals along the �001� direction. It is interesting
that the second layer Co begins to grow before the nanorods
coalesce with each other. The growth fashion of Co on
Cu�110�-�2�3�N is essentially different from that on clean
Cu�110�, where Co forms randomly distributed islands.11–14

It is also known that squarely arranged Co nanodots are
formed on Cu�001�-c�2�2�N,9 interestingly suggesting that
N-terminated surfaces play a crucial role for the nanostruc-
ture formation.

In the present study, we have investigated structural and
magnetic properties of the Co nanorods grown on the
Cu�110�-�2�3�N substrate by in situ characterization tech-
niques as low-energy electron diffraction �LEED�, Auger-

electron spectroscopy �AES�, magneto-optical Kerr effect
�MOKE�, and x-ray magnetic circular dichroism �XMCD�.
The AES measurement gives important information on the
location of the N atoms after Co deposition. The phenom-
enological magnetic anisotropy constants obtained by the
angle-dependent magnetization curve measurements are
comparatively discussed with the anisotropy of the orbital
magnetic moments determined by the XMCD analysis.

II. EXPERIMENTS

A Cu�110� single crystal was mechanically polished using
alumina ultrafine powder with mirror finish and subsequently
cleaned in an ultrahigh vacuum �UHV� chamber15 with the
base pressure of �1�10−10 Torr by repeated cycles of Ar+

sputtering and annealing at �900 K. N was deposited by the
N+ bombardment �ion energy of 500 eV, ion current of
�1 �A� for 5–10 min and subsequent annealing at �473 K
to yield the �2�3�N surface.10 Although the annealing tem-
perature of �473 K is lower than the previous report,10 the
temperature is found to be sufficiently high to yield the clear
�2�3� LEED pattern. Co was deposited on the surface at
ambient temperature using a commercial beam evaporator.
The Co thickness dCo was calibrated with respect to the Co/
Cu�001� film, implying that the Co density of 2 /a0

2 corre-
sponds to 1 monolayer �ML�, where a0 is the lattice constant
of bulk fcc Cu.

Magnetization curves were recorded by in situ MOKE
with the longitudinal/polar configurations using a laser diode
�cw, 635 nm, 5 mW� with the incidence angle of 45° and a
conventional UHV-compatible electromagnet �maximum of
0.3 T�. The two longitudinal MOKE geometries �magnetic
field always parallel to the reflection plane� were taken with
the rod axis, �11̄0�, parallel and perpendicular to the reflec-
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tion plane. This allows one to investigate the magnetic an-
isotropy along �11̄0� and �001�. Temperature-dependent lon-
gitudinal MOKE along the �001� axis was also examined.

The in situ Co L-edge x-ray absorption spectra �XAS� and
XMCD measurements were performed using total electron
yield mode at the bending magnet station beamline 4B at
UVSOR-II in Institute for Molecular Science.15,16 We con-
ducted two kinds of in situ XMCD experiments. The first run
dealt with dCo dependence at T=90 K and H= �0.15 T us-
ing an electromagnet by switching the magnetic field or the
x-ray helicity �circular polarization factor of Pc= �0.70�. In
the second run, the magnetic anisotropy was investigated us-
ing a recently installed UHV-compatible superconducting
magnet �7 T� with a liquid He cryostat �sample temperature
of 4.9 K� and a sample preparation chamber. The
Co /Cu�110�-�2�3�N sample was prepared in the prepara-
tion chamber and was transferred to the superconducting
magnet chamber under the UHV condition. Since the back-
ground pressure of the magnet chamber is always in the
10−11 Torr range owing to the presence of liquid He reser-
voir, the sample pollution during the sample transfer and the
XMCD measurements can be avoided. Details of the XMCD
measurement system are given in the literature.17

III. RESULTS AND DISCUSSION

A. Structural properties

Figure 1 shows the LEED patterns of Co /Cu�110�-�2
�3�N. Superposing the inherent �2�3� periodicity shown in
Fig. 1�a�, the �1�6� superstructure spots are clearly visible
after Co deposition up to 1.8 ML �see arrows in Figs.
1�b�–1�d��. The measurement temperature of 1.8 ML Co
�Fig. 1�d�� is 90 K, while the other images were taken at 298
K. The superstructure spots of 1.8 ML Co are more streaky at
298 K than at 90 K. The �1�6� periodicity is consistent with
the previous STM observation,10 and thus the present LEED
observations confirm the growth of Co nanorods. Moreover,
we have performed systematic STM observations for many

kinds of metal atoms on Cu�110�-�2�3�N including the
present system and have confirmed the formation of the na-
norods. The STM work will be published elsewhere.18

Figures 2�a� and 2�b� show, respectively, N-KLL and Co-
and Cu-MNN AES to verify the thickness dependence of Co.
The N-KLL AES intensity is constant even after the deposi-
tion of dCo=5 ML, while the Cu-MNN AES is significantly
attenuated after the deposition of dCo=2 ML and almost
completely disappears at dCo=5 ML. These findings imply
that the N atom is located near the top of the surface as long
as the Co coverage is more than 2 ML. The Cu atom, on the
other hand, does not significantly diffuse onto the surface.
Such a behavior is similar to the case of Co /Cu�001�-c�2
�2�N.19 Since the Co deposition on clean Cu�110� leads to
the formation of randomly distributed Co islands,10,14 the N
atom can be regarded as a surfactant that effectively modifies
the growth fashion of deposited films. Besides aiding in the
formation of nanorods as a surfactant, these top N atoms may
also play a crucial role in protecting the underneath Co na-
norods from the contaminations of ambient residual gas in
the UHV chamber. This is important for the present in situ
XMCD work because the magnetic anisotropy of the Co film
on clean Cu�110� is known to show great time dependence
due to CO adsorption.14 Owing to this effect, the nanorods
investigated here hold very stable and long-life magnetiza-
tion.

Figure 2�c� depicts the Co L-edge XAS of dCo=0.8 and
3.0 ML on Cu�110�-�2�3�N, together with that of 3.0 ML
Co on clean Cu�110�. The spectra were taken at normal in-
cidence of linearly polarized x rays. In the 0.8 ML spectra,
the azimuthal angle dependence, where the x-ray electric-
field vector E is parallel to the �001� or �11̄0� axis, is also
shown, although the two spectra are essentially identical. The
detailed analysis procedure will be described in Sec. III C.
Huge differences in the white line intensity are seen among
those of the three different samples. The L3,2 white line in-
tensity is noticeably enhanced on the �2�3�N-covered sur-
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FIG. 1. LEED patterns of Co /Cu�110�-�2�3�N with �a� dCo

=0.0 ML, �b� 0.50 ML, �c� 0.75 ML, and �d� 1.80 ML, obtained
with the primary electron energies of 29 eV at ��a�–�c�� 298 K and
�d� 90 K.
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FIG. 2. �Color online� �a� N-KLL and �b� Co- and Cu-MNN
AES of Co /Cu�110�-�2�3�N with dCo=0.0, 2.0, and 5.0 ML.
�c� Linearly polarized normal-incidence Co L-edge XAS of
Co /Cu�110�-�2�3�N with dCo=0.8 ML �red solid, green dashed�
and 3.0 ML �blue dotted�, and 3 ML Co on clean Cu�110� �pink
dashed-dotted�. In the spectra of dCo=0.8 ML, azimuthal angle de-

pendence with the electric-field vector E parallel ���11̄0�, green
dashed� or perpendicular ���001�, red solid� to the rod axis is also
shown.
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face compared to that on the clean one, and the spectra of
dCo=0.8 ML show more intense white line features than the
one of dCo=3.0 ML. Moreover, the shoulder structure at a
higher energy side ��782 eV� emerges more clearly. Since
the white line intensity reflects the 3d hole number and the
shoulder structure may be attributable to the multiplet split-
ting of cationic Co, these findings suggest that the Co atoms
in Co /Cu�110�-�2�3�N are considerably ionized. It should
be noted that the spectrum of 3 ML Co on Cu�110�-�2
�3�N still shows a stronger white line and the shoulder
structure than that of the clean one. By combining the above
AES result, one can conclude that the surface Co atom forms
direct chemical bonds with N.

The growth fashion of the Co nanorods on Cu�110�-�2
�3�N should be discussed here. The N deposition induces
the drastic reconstruction of the Cu�110� surface from inher-
ent twofold symmetry to nearly fourfold symmetry;20

the local structure around N closely resembles that of
Cu�001�-c�2�2�N. On the contrary, the Co deposition on
Cu�110�-�2�3�N leads to the nanorod formation that exhib-
its again the twofold symmetry. This may originate from the
significant corrugation of the surface layer along the �001�
direction. Although the Cu�110�-�2�3�N surface looks
nearly fourfold symmetry in an atomic scale, the magnitude
of the corrugation is as much as �0.5 Å and the surface
maintains the twofold symmetry in a larger �nanometer�
scale.

The present finding that the N atom locates always at the
top surface can be explained qualitatively in a simple ther-
modynamic consideration. The surface energy of Co �392.7
kJ/mol� is larger than that of Cu �313.4 kJ/mol�. This indi-
cates possible Cu migration on the top surface when Co is
deposited on clean Cu�110�. In Cu�110�-�2�3�N, however,
the surface is stabilized in the presence of adsorbate N. The
N atom forms rather covalent �though partially ionic as de-
scribed above� bonds with metals and the coordination num-
ber of metal atoms around N should be smaller than that of
the metal-metal bonds. This implies that the N atom is likely
to locate at the surface. This is true for most typical elements
such as S and C, which are often embedded in the bulk
metals as impurities and come up to the surface when the
metals are annealed. When Co is deposited on Cu�110�-�2
�3�N, the N atom migrates to the surface by breaking the
N-Cu bonds and creating the N-Co ones. This is at least
thermodynamically reasonable; the Co-N bond should be
stronger than the N-Cu one since the Co 3d electrons can
participate in the N-Co bonding more effectively than the
Cu 3d electrons in the N-Cu bonding. For more quantitative
discussion including dynamical processes, sophisticated
quantum-mechanical calculations will be required.

B. MOKE in dCo�1.5 ML

The magnetic properties of Co /Cu�110�-�2�3�N with
dCo�1.5 ML, where the Co nanorods coalesce to some ex-
tent, were at first investigated. The anisotropy of the magne-
tization curves �Kerr rotation angles� of dCo=2.0 ML is de-
picted in Fig. 3�a�. The curve along the �001� axis shows the
rectangular-shaped hysteresis, while no prominent magneti-

zation is seen either along �11̄0� or �110�. This clearly im-
plies that the magnetic easy axis is �001� at this coverage,
which is perpendicular to the rod axis within the substrate
plane. The easy axis of �001� is in accordance with the Co
islands grown on clean Cu�110�.11,12 The magnetization
curves of Co on clean Cu�110� are shown for 5 ML Co in the
inset of Fig. 3�b�, which confirm the easy axis of �001�.
Since the N atoms diffuse to the surface in the present
sample, the interface interaction between Co and Cu might
be similar between the �2�3�N and clean surfaces, yielding
the same easy axis that is dominated by the magnetocrystal-
line anisotropy.

The difference of the magnetic properties between
N-terminated and clean surfaces can be found in the critical
thickness dc at room temperature, as shown in Fig. 3�b�. The
critical thickness, where the spontaneous magnetization ap-
pears at room temperature, is estimated as �2.2 ML for
Co /Cu�110�-�2�3�N, which is noticeably smaller than
�3.3 ML for Co/clean Cu�110�. It is well known that on
clean Cu�110� Co exhibits an island growth mode.10,13,14 Al-
though Co growth on the Co /Cu�110�-�2�3�N surface does
not show a layer-by-layer growth fashion either, the coales-
cent nanorods may form a larger magnetic unit than the is-
land, resulting in higher critical temperature and smaller
critical thickness, which are close to those of the layer-by-
layer grown Co on Cu�001�.21

We also measured temperature dependence of magnetiza-
tion in order to obtain critical temperature. Figure 4�a� shows
the magnetization curves �Kerr rotation angles� of dCo=1.5
ML. In contrast to the rectangular shape in the hysteresis
curve of dCo=2.0 ML in Fig. 3�a�, the hysteresis curve of
dCo=1.5 ML is rather smooth, indicating the presence of
more isolated nanorods in this coverage. Figure 4�b� depicts
corresponding temperature dependence of the saturated Kerr
rotation angles for dCo=1.5, 2.0, and 3.0 ML. The critical
temperatures Tc were obtained as �78.5 K �dCo=1.5 ML�,
�220 K �2.0 ML� and �300 K �3.0 ML�. Note also that the
Kerr rotation angle is considerably attenuated in dCo=2.0 and
1.5 ML compared to dCo=3.0 ML. The Kerr rotation angle of

-40

-20

0

20

40

60

-0.04 -0.02 0 0.02 0.04
dCo=2.0 ML

[001] T = 86 K
-60K

er
rR
ot
at
io
n

φ K
(µ
ra
d)

Magnetic Field H (T)
0.0
0
50

100

150
200

250

300
350

2.5 5.0 7.5 10.0
Thickness dCo (ML)

T = 298 K

(2x3)N

Clean

H//[001]
(a) (b)

(2x3)N

-0.1

0

0.1

0.2

-400 0 400

[110]

H (Oe)

[001]

Clean
5 ML
Co

φ
K
(m
rad)

[110][110]

FIG. 3. �Color online� �a� Magnetization curves of
Co /Cu�110�-�2�3�N �dCo=2.0 ML� at T=86 K taken by the two

longitudinal �M � �001� and M � �11̄0�� and one polar �M � �110��
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magnetization curves of Co on clean Cu�110� at T=298 K taken by

the longitudinal MOKE along the axes of �001� and �11̄0�.
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2.0 ML Co is about three times smaller than that of 3.0 ML
Co, although it would be 1.5 times smaller if the Co mag-
netic moment might not differ. This suggests the suppression
of the Co magnetic moment at smaller coverages, as will be
discussed below.

C. Analysis of XMCD

Before discussing the XMCD results, let us describe the
XMCD analysis procedure first. Figure 5�a� shows the ex-
perimental geometry in the present XMCD measurements,
where we will define the x-ray incidence angles �in and �in;

�in is the polar angle with respect to the surface normal and
�in is the azimuthal angle with respect to the �001� axis
�perpendicular to the rod axis�. Figure 5�b� gives a typical
magnetization curve obtained by recording the electron
yield with the photon energy fixed at the L3 peak top
��778 eV�. The magnetization curve provides valuable in-
formation on magnetic anisotropic constants and is also use-
ful to estimate the saturated magnetization that is required in
the XMCD data analysis. Details will be described below.

Figure 5�c� shows a pair of raw circularly polarized XAS.
The electron yield data were scaled with a value at a certain
photon energy ��770 eV� because of arbitrary units in the
electron yield spectra, and the spectra in Fig. 5�c� are essen-
tially raw data experimentally obtained. In Fig. 5�c�, a linear
baseline is also drawn, which is estimated so that the post-
edge background absorption can be flat. Such a baseline sub-
traction minimizes the errors in the estimation of the white
line intensity. In the present XAS and XMCD analysis, we
might care for possible differences in the background elec-
tron yield between the N-terminated and clean Cu�110� sur-
faces due to the N K-edge absorption. The N absorption
jump is however small enough �only a few percent with re-
spect to the background yield� to discuss the Co L-edge spec-
tra comparatively.

After the subtraction of the linear baseline from the raw
spectra, the spectra are normalized with the L3,2-edge jumps
to yield a pair of the normalized circularly polarized XAS �+

and �−. In the case of thick films, the self-absorption correc-
tion is needed since the x-ray penetration depth is not suffi-
ciently large compared to the electron escape depth.22 The
self-absorption correction can straightforwardly be per-
formed when the film is assumed to be uniformly flat.23 In
the present samples, the spectra for the Co films thicker than
1 ML were corrected, although the corrections are not so
huge except for dCo=8.8 ML.

The XMCD spectra �� are obtained by evaluating ��
= ��+−�−� / ��Pc�f�, where �+ and �− are the self-absorption
corrected XAS, if the correction is performed. f is the addi-
tional normalization factor other than Pc. When the magne-
tization M is not parallel to the x-ray wave vector k, the
scaling factor f =cos �M,k should be included ��M,k is the
angle between M and k�. On the other hand, the XMCD
spectra �� in the saturated magnetization can be estimated
by introducing the factor f =M�H� /Msat �M�H� and Msat are
the measured and saturated magnetizations, respectively� as
long as M�H� is close to Msat. The circularly polarized XAS
in Figs. 5�c� and 5�d� were taken at H= �5 T, where the
magnetization M�H� is almost saturated as seen in Fig. 5�b�.
A small correction using f =M�H� /Msat is however more ap-
propriate. f =M�H� /Msat can be estimated by the simulation
of the magnetization curve using some simple phenomeno-
logical model �light blue dotted line in Fig. 5�b��. Details of
the simple model will be described below. The f value is
found to be 0.908 in Fig. 5�b�.

The XMCD sum-rule analysis is subsequently performed
using the formulas of the orbital magnetic moment24 and the
spin magnetic moment.25 First, the ratio between the orbital
and effective spin magnetic moments, morb /mspin

eff , is obtained
by the formula as
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morb

mspin
eff =

�
L3+L2

��dE

�
L3

��dE − 2�
L2

��dE

. �1�

Subsequently, the 3d hole number, nd, is estimated as

nd = C�
L3+L2

��av − �BG�dE , �2�

where �av= ��++�−� /2 and �BG is the background absorp-
tion as shown in Fig. 5�d�. The proportional constant C is
obtained by the standard spectrum of some reference mate-
rial whose nd is known. In the present analysis, the XMCD
spectra of Co�3 ML�/Cu�001� and much thicker Co film
�both nd are assumed to be 2.50� were used as standards.17,26

Consequently, the effective spin magnetic moments mspin
eff

=mspin+7mT �mspin as the spin magnetic moment and mT as
the magnetic-dipole term� are evaluated as

mspin
eff

�B
= −

C

3 	�LIII

��dE − 2�
LII

��dE
 , �3�

where �B is the Bohr magneton. Note that usually mT cannot
be neglected in magnetic ultrathin films. mT can be estimated
by measuring the angle dependence of the XMCD spectra
under the saturated magnetization condition. This will be dis-
cussed in Sec. III E.

D. XMCD in dCo�1.4 ML

Figure 6�a� shows the thickness dependence of the
Co L-edge XMCD spectra of Co /Cu�110�-�2�3�N at T
=90 K, H= �0.15 T, and ��in ,�in�= �60° ,0°�. The XMCD

spectra were normalized with the L3,2-edge jumps or the L2
XMCD top intensities. The normalization factor f is given as
f =cos �M,k=cos 30° because the perpendicular component
of the magnetization is found to be negligibly small under
the present small magnetic field of H= �0.15 T and the
magnetization is aligned nearly along the easy axis of �001�.
The lower series of the XMCD spectra clearly exhibits the
enhancement of the XMCD signal with increasing the Co
coverage. On the other hand, in the upper series, the L3 nega-
tive peak intensity is enlarged with decreasing the Co cover-
age. This indicates the enhancement of the ratio of the orbital
magnetic moment with respect to the spin magnetic moment.

The results of the sum-rule analysis are plotted in Figs.
6�b� and 6�c�. The thermally averaged effective spin mag-
netic moment mspin

eff and the 3d hole number nd are plotted in
Fig. 6�b�. mspin

eff is slightly reduced with decreasing dCo from
8.8 to 2.0 ML and is abruptly suppressed from 2.0 to 1.4 ML.
The abrupt reduction in mspin

eff should be caused mainly by the
temperature effect and the critical thickness at T=90 K is
thus estimated as dc�1.4 ML. The increase in nd is again
found with decreasing dCo. As discussed already in Fig. 2�c�,
this finding implies that the surface Co atom is cationic due
to the formation of the Co-N bonds. The ratio of the orbital
magnetic moment with respect to the effective spin magnetic
moment, morb /mspin

eff , is plotted in Fig. 6�c�. As expected in
the upper spectral series in Fig. 6�a�, the orbital magnetic
moment is relatively enhanced with decrease in dCo. The
values of morb /mspin

eff are larger than 0.2 in dCo	2 ML, which
is significantly greater than those of the Co films on Cu�001�:
0.10 for 2 ML �Ref. 27� and 0.16�0.02 for 0.4 ML.17

E. Magnetic properties of dCo=0.8 ML

In order to obtain information on magnetic anisotropy of
the present nanorods, 0.8 ML Co on Cu�110�-�2�3�N that
shows well separated nanorods was examined in the second
run of the XMCD measurements. Angle-dependent XMCD
spectra were recorded at T=4.9 K with a magnetic field up
to H=5 T. Figure 7�a� shows the XMCD spectra taken
at three different incidence angles of �in=0°, ��in ,�in�
= �55° ,90°� and �55° ,0°�, which were normalized with the
L3,2-edge jumps or L2 peak top intensity. The normalization
factor of f �Pc� is also included, where f =M�H� /Msat is esti-
mated from the magnetization curves in Fig. 7�b�. The inten-
sity of the L3 peak is considerably different, implying signifi-
cant angle dependence of the orbital magnetic moments.

The magnetization curves shown in Fig. 7�b� were re-
corded with the electron yield at the L3 peak energy. The data
in the vicinity of H=0 were omitted due to strong suppres-
sion of the electron yield by the Lorentz force. The magne-
tizations are found to be almost saturated at H= �5 T for all
the axes. The noticeably smoothed shape of the magnetiza-
tion curves indicates a small size of the spin block �paramag-
neticlike behavior� in the present nanorods.

The magnetization curves in Fig. 7�b� were simulated us-
ing a simple second-order magnetic anisotropy model to de-
duce the macroscopic magnetic anisotropy constants. Assum-
ing the two magnetic anisotropy constants K� and K� caused
by the polar �film origin� and azimuthal �rod origin� anisotro-
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FIG. 6. �Color online� �a� Co L-edge XMCD spectra of
Co /Cu�110�-�2�3�N at T=90 K and H= �0.15 T, normalized
with the L3,2-edge jumps �lower, �2 magnified� and the L2 XMCD
intensities �upper, +4 shifted�. The x-ray incidence direction is
��in ,�in�= �60° ,0°�. �b� Co thickness dependence of the effective
spin magnetic moment mspin

eff �left axis, green solid circles and green
solid line� and the Co 3d hole number nd �right axis, blue open
squares and blue dotted line�. �c� Co thickness dependence of the
ratio between the orbital and effective spin magnetic moments,
morb /mspin

eff .
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pies, the magnetic anisotropy energy Ea is phenomenologi-
cally given as

Ea = K� cos2 � + K� sin2 � sin2 � − � · H , �4�

where � and � are, respectively, the polar and azimuthal
angles of the magnetic moment �. The shape anisotropy is
implicitly included in K� and K�. The fourth-order cubic
magnetic anisotropy that determines the easy axis of the bulk
cubic crystal is neglected because the film thickness is less
than 1 ML in the present system.

Since the paramagneticlike magnetization curves were ob-
served in Fig. 7�b�, the finite-temperature effect due to a
small size of the spin block should be considered. The clas-
sical Boltzmann distribution function 
=exp�−NEa /kBT�
was assumed in the simulation, where kB is the Boltzmann
constant and N is the number of atoms in one spin block.
Due to the exchange interaction, the magnetic moment in
each Co atom does not have an independent freedom but
moves collectively within each spin block consisting of N
atoms. The simulations were performed using the Monte
Carlo method. The results of the simulated magnetization
curves are also depicted in Fig. 7�b�.

The parameters were determined as K�= �1.2�0.1�
�10−4 eV /atom, K�= �2.0�0.5��10−5 eV /atom, and N
=15�5 �atom�. The size of the magnetization unit should be
much smaller than the number of atoms in a nanorod but is
exactly identical to the value of the Co atomic wire at 45 K.1

The value of N however includes some ambiguity such as
inhomogeneity of the nanorod length and will not be dis-
cussed in detail. The magnetic anisotropy constants obtained
are nevertheless meaningful. This is because the spin block
size N does not contribute to the slope of the magnetization
curve but to the smooth shape, while the anisotropy con-
stants exclusively determine the slope of the magnetization
curve. The polar magnetic anisotropy K� that makes the sur-
face normal the hardest axis is found to be much larger than

that of the rod-axial anisotropy. The K� value is significantly
larger than that of uniaxial anisotropy of bulk hcp Co
�40 �eV /atom� �Ref. 28� but is rather smaller than the one
in 0.4 ML Co on Cu�001� �1.8�10−4 eV /atom�.17

The XMCD spectra were similarly analyzed using the
sum rules.24,25 The obtained orbital and effective spin mag-
netic moments are summarized in Table I. As expected in
Fig. 7�a�, the orbital magnetic moment is the largest in the
�001� spectrum. The effective spin magnetic moment mspin

eff is
found to depend on the x-ray incidence angle slightly, indi-
cating the presence of a small magnetic-dipole term mT. The
3d hole number nd is considerably larger than the bulk Co
one �nd=2.50�, again confirming that the Co atoms are cat-
ionic due to the formation of the Co-N bonds.

These experimental results further give the magnetic-
dipole terms and the intrinsic spin magnetic moment29,30

since the angle dependence of the saturated magnetization
was measured owing to the usage of the superconducting
magnet at low temperature. In the present twofold system,
the relations of the angle dependence are

morb��,�� = morb
x sin2 � cos2 �

+ morb
y sin2 � sin2 � + morb

z cos2 � , �5�

mT��,�� = mT
x sin2 � cos2 � + mT

y sin2 � sin2 � + mT
z cos2 � ,

�6�

mspin
eff ��,�� = mspin + 7mT��,�� , �7�

where � and � are again, respectively, the polar and azi-
muthal angles of the magnetic moment and morb

� and mT
� ��

=x, y, and z� are the � components of the orbital and
magnetic-dipole moments, respectively. Note that the x ��
=0°� and y ��=90°� axes correspond to the �001� �perpen-

dicular to the rod� and �11̄0� �parallel to the rod axis� direc-
tions, respectively. For the magnetic-dipole terms, a general
formula as

mT
x + mT

y + mT
z = 0 �8�

is also valid. When the XMCD data set of three independent
incidence angles is available, all the quantities in Eqs.
�5�–�7� can be evaluated because no angle dependence of the
spin magnetic moment mspin is expected.

TABLE I. Results of the sum-rule analysis of Co in
Co�0.8 ML� /Cu�110�-�2�3�N. The 3d hole number nd, the orbital
magnetic moment morb, and the effective spin magnetic moment
mspin

eff are given for each experimental XMCD spectra. The estimated
errors are shown in parentheses.

�° �° nd morb ��B� mspin
eff ��B�

55 0 3.11�15� 0.265�10� 1.15�6�
55 90 3.10�15� 0.192�10� 1.12�6�
0 3.10�15� 0.171�10� 1.04�6�
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FIG. 7. �Color online� �a� Co L-edge XMCD spectra of
Co /Cu�110�-�2�3�N �dCo=0.8 ML� at T=4.9 K and H
= �5.0 T for �in=0° �blue dotted line, denoted as �110�� and

��in ,�in�= �55° ,90°� �green dashed, �11̄0�� and H= �3.0 T for
��in ,�in�= �55° ,0°� �red solid, �001��. The lower and upper spectra
correspond to those normalized with the edge jumps ��2 magni-
fied� and the L2 peak top intensity �+5 shifted�, respectively. �b�
Magnetization curves at T=4.9 K recorded with the L3 peak top for
the same incident angles as in �a�. The simulated magnetization
curves �light blue dotted lines� using a simple magnetic anisotropy
model are also shown �see text for details�.

MA et al. PHYSICAL REVIEW B 78, 104420 �2008�

104420-6



The results for the component analysis are tabulated in
Table II. The orbital magnetic moment increases in the se-

quence of �110�, �11̄0�, and �001�, which is at least qualita-
tively consistent with the above magnetic anisotropy con-
stants K� and K�; the �001� axis is the easy axis, while the
�110� axis is the hardest one. This is also consistent with the
thicker Co results shown in Sec. III D. It is concluded that
the magnetic anisotropy in Co /Cu�110�-�2�3�N with dCo

=0.8 ML is dominated by the magnetocrystalline anisotropy
as in the cases of somewhat coalescent Co nanorods �dCo

�1.5 ML� and also Co islands on clean Cu�110� and that the
magnetic anisotropy originates from the anisotropic spin-
orbit interaction.31,32

Note also that the spin magnetic moment obtained
�1.14�B� is significantly smaller than those of the Co thin
films as well as bulk hcp Co: 1.55�B for bulk Co, 1.77�B for
Co�2.1 ML�/Cu�001�,33 1.79�B for Co�0.4 ML�/Cu�001�,17

and 2.1�B for Co atomic wire on Pt�997�.1,2 The small spin
magnetic moment in Co may originate from the strong cova-
lent bonds with the N atom in the present nanorods, this
being partly exemplified from larger d-hole numbers as
given above.

IV. CONCLUSIONS

In this work, structural and magnetic properties of self-
assembled Co nanorods grown on Cu�110�-�2�3�N were
investigated by LEED, AES, MOKE, and XMCD. The N
atom is found to locate always at the surface even after 5 ML
Co deposition. The N atom acts as a surfactant and the for-
mation of the surface Co-N bonds makes the surface Co
atoms cationic. The magnetic easy axis was found to be per-
pendicular to the rod axis within the substrate plane from the
angle-dependent magnetization curves of dCo=2.0 and 0.8
ML, recorded by the MOKE and XMCD measurements. The
polar and azimuthal magnetic anisotropy constants of 0.8
ML Co estimated from the magnetization curves obtained
by the XMCD measurements at T=4.9 K and up to H
= �5 T exhibit larger planar magnetic anisotropy than the
rod-axial anisotropy. Significant enhancement of the orbital
magnetic moment along the �001� direction was correspond-
ingly detected by the angle-dependent XMCD measurements
of 0.8 ML Co. This implies that the magnetic anisotropy of
the Co nanorods is dominated by the magnetocrystalline an-
isotropy, irrespective of the Co thickness down to 0.8 ML,
and is determined by the anisotropic spin-orbit interaction.
Temperature and magnetic-field dependent magnetization
curves from MOKE and XMCD were significantly smoothed
due to the finite length of the present Co nanorods.
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